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cycled to a regeneration zone for desorption of the CO, (ad-
vantageously at<100° C.). Upon CO, release, the regenerated
lean solution can be recycled to the sorption tower. CO,:
(primary+secondary amine) adsorption molar ratios >0.5:1
(approaching 1:1) may be achieved.
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NON-AQUEOUS AMINE SCRUBBING FOR
REMOVAL OF CARBON DIOXIDE

CROSS REFERENCE TO RELATED
APPLICATIONS

This application claims the benefit of U.S. Provisional
Application Nos. 61/381,351 filed Sep. 9, 2010, 61/381,281
filed Sep. 9, 2010, 61/381,294 filed Sep. 9, 2010, 61/420,960
filed Dec. 8, 2010, 61/420,978 filed Dec. 8, 2010, and 61/421,
048 filed Dec. 8, 2010, the entire contents of each of which are
hereby incorporated by reference herein.

FIELD OF THE INVENTION

This invention relates to the selective removal of CO,
and/or H,S and/or other acid gases from a gaseous stream
containing one or more of these gases. In particular, this
disclosure relates to a method for separating carbon dioxide
from gas streams using a non-aqueous amine as an absorbent.

BACKGROUND OF THE INVENTION

The removal of carbon dioxide from mixed gas streams is
of great industrial importance and commercial value. Carbon
dioxide is a ubiquitous and inescapable by-product of the
combustion of hydrocarbons, and there is growing concern
over its accumulation in the atmosphere and its potential role
in a perceived global climate change. Laws and regulations
driven by environmental factors may therefore soon be
expected to require its capture and sequestration. While exist-
ing methods of CO, capture have been adequately satisfac-
tory for the scale in which they have so far been used, future
uses on the far larger scale required for significant reductions
in atmospheric CO, emissions from major stationary com-
bustion sources such as power stations fired by fossil fuels
makes it necessary to improve the processes used for the
removal of CO, from gas mixtures. According to data devel-
oped by the Intergovernmental Panel on Climate Change,
power generation produces approximately 78% of world
emissions of CO, with other industries such as cement pro-
duction (7%), refineries (6%), iron and steel manufacture
(5%), petrochemicals (3%), oil and gas processing (0.4%)
and the biomass industry (bioethanol and bioenergy) (1%)
making up the bulk of the total, illustrating the very large
differences in scale between power generation on the one
hand and all other uses on the other. To this must be added the
individual problem of the sheer volumes of gas which will
need to be treated: flue gases consist mainly of nitrogen from
combustion air, with the CO,, nitrogen oxides and other emis-
sions such as sulfur oxides making up relatively smaller pro-
portions of the gases which require treatment: typically, the
flue gases from fossil fuel power stations typically contain
from about 7 to 15 volume percent of CO,, depending on the
fuel, with natural gas giving the lowest amounts and hard
coals the greatest.

Cyclic CO, absorption technologies such as Pressure
Swing Absorption (PSA) and Temperature Swing Absorption
(TSA) using liquid absorbents are well-established. The
absorbents mostly used include liquid solvents, as in amine
scrubbing processes, although solid sorbents are also used in
PSA and TSA processes. Liquid amine absorbents, including
alkanolamines, dissolved in water are probably the most com-
mon absorbents. Amine scrubbing is based on the chemical
reaction of CO, with amines to generate carbonate/bicarbon-
ate and carbamate salts: the aqueous amine solutions chemi-
cally trap the CO, via formation of one or more ammonium

10

15

20

25

30

35

40

45

50

55

60

65

2

salts (carbamate/bicarbonate/carbonate) which are thermally
unstable, enabling the regeneration of the free amine at mod-
erately elevated temperatures. Commercially, amine scrub-
bing typically involves contacting the CO, and/or H,S con-
taining gas stream with an aqueous solution of one or more
simple amines (e.g., monoethanolamine (MEA), diethanola-
mine (DEA), methyldiethanolamine (MDEA) or triethanola-
mine (TEA)). The low molecular weight of MEA makes it
economically attractive because sorption takes place on a
molecular basis while the amine is sold on a weight basis. The
cyclic sorption process requires high rates of gas-liquid
exchange, the transfer of large liquid inventories between the
absorption and regeneration steps, and high energy require-
ments for the regeneration of amine solutions. It is challenged
by the corrosive nature of the amine solutions containing the
sorbed CO,. Without further improvement, these difficulties
would limit the economic viability of the aqueous amine
scrubbing processes in very large scale applications.

The cyclic absorption processes using aqueous sorbents
require a large temperature differential in the gas stream
between the absorption and desorption (regeneration) parts of
the cycle. In conventional aqueous amine scrubbing methods
relatively low temperatures, e.g., less than 50° C., are
required for CO, uptake with an increase to a temperature to
above about 100° C., e.g., 120° C., required for the desorp-
tion. The heat required to maintain the thermal differential is
a major factor in the cost of the process, and with the need to
regenerate the solution at temperatures above 100° C., the
high latent heat of vaporization of the water (2260 kJ/Kg at
100° C.) obviously makes a significant contribution to the
total energy consumption. If CO, capture is to be conducted
on the larger scale appropriate to use in power stations, more
effective and economical separation techniques need to be
developed.

Another area where more efficient CO, separation pro-
cesses are used is in enhanced oil recovery (EOR) where CO,
is re-injected into the gas or liquid hydrocarbon deposits to
maintain reservoir pressure. With the advanced age of many
producing reservoirs worldwide and the ever-increasing chal-
lenge of meeting demand, the expanding use of EOR methods
is becoming more widespread. Typically the source of carbon
dioxide for EOR is the producing hydrocarbon stream itself,
which may contain anywhere from less than 5% to more than
80% of CO,. Other options are to capture CO, from the flue
gases of various combustion sources and pre-combustion
capture of CO, from shifted syngas produced in fuel gasifi-
cation processes.

Various commercial CO, capture processes have been
brought to market. The Fluor Daniel Econamine™ Process
(originally developed by Dow Chemical and Union Carbide),
which uses MEA for recovery of CO, from flue gases, prima-
rily for EOR applications, has a number of operational plants.
The Benfield™ Process using hot potassium carbonate is
used in many ammonia, hydrogen, ethylene oxide and natural
gas plants with over 675 units worldwide licensed by UOP
and has been proposed for treating flue gas, notwithstanding
its minimum CO, partial pressure requirement of 210-345
kPag (30-50 psig). One significant disadvantage of the Ben-
field Process is its use of a high temperature stripping step
(175° C.) approximately 75-100° C. above the temperature of
the absorption step. The Catacarb™ process, also using hot
potassium carbonate, also uses high temperature stripping
resulting in high energy consumption.

Processes using sterically hindered amines as alternatives
to MEA, DEA, and TEA have also achieved success, includ-
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ing the ExxonMobil Flexsorb™ Process and the KS™ Pro-
cess from Mitsubishi Heavy Industries and Kansai Electric
Power Co.

Processes using solid absorbents are also known and while
they may avoid many of the limitations of amine scrubbing,
they suffer from a lack of absorbents having sufficiently
selective CO, absorption under the conditions present in most
commercial combustion flue gas processes.

SUMMARY OF THE INVENTION

This invention relates to a method of separating carbon
dioxide, CO,, (and/or H,S) from a gas stream containing this
gas, possibly with other acid gases, by contacting the gas
stream with a non-aqueous liquid absorbent comprising an
aliphatic primary amine and/or an aliphatic secondary amine
(either or both of which can be included in a polyamine) under
conditions sufficient to cause absorption of at least a portion
of the CO,. The absorbent may comprise the amine itself,
possibly with additives to control foaming, viscosity, and
other characteristics or a solution of the amine(s) in a non-
aqueous, aprotic solvent, again with the possible inclusion of
the additives. The liquid absorbent containing the absorbed
CO, can then be treated to cause desorption of the acid gas,
usually by purging with an inert (non-reactive) gas, by raising
the temperature of the stream, and/or by reducing the pres-
sure.

The method of the invention is usually operated as a con-
tinuous cyclic sorption-desorption process in which the gas
stream containing the CO,, possibly with other acidic gases
such as SO, and/or H,S, depending on the source of the gas
stream, is contacted with a circulating stream of the liquid
absorbent in a gas/liquid contact tower under the required
sorption conditions to form a rich solution of the sorbed CO,
which can then be cycled to a regeneration tower in which the
conditions required for desorption of the CO, can prevail,
e.g., gas sparging, reduced pressure, and/or increased tem-
perature. Upon release of the CO, from the rich solution, the
resulting regenerated lean solution can be cycled to the sorp-
tion tower and the CO, recovered as a separate product which
may be used industrially and/or sequestered, e.g., by injection
into a subterranean formation.

The method of this invention uses non-aqueous amine sor-
bents for the reversible capture of the CO, from gas mixtures.
The non-aqueous amine scrubbing can be carried out with a
reduced regeneration temperature requirement while giving a
higher CO, sorption capacity relative to the same or compa-
rable amine in an aqueous solution. These benefits are typi-
cally in addition to the reduced corrosivity of these non-
aqueous solutions.

This non-aqueous amine scrubbing uses aliphatic primary
and/or secondary amines either as such or dissolved in a
non-aqueous, preferably polar, aprotic solvent for the chemi-
cal absorption of the CO,, together with other acid gases
present in the stream, when the CO, is either a major or minor
component.

The present process using a non-aqueous solvent absorbent
system can proceed differently from the commercially prac-
ticed aqueous-based adsorption processes and offers a num-
ber of advantages. In aqueous amine solutions, the amine and
CO, typically react to form products including ammonium
carbamate and ammonium bicarbonate/carbonate salts; it is
believed that the amines and CO, tend to react initially to
form carbamates which may eventually be hydrolyzed by the
water to form bicarbonate, or to form carbonate, although
some strong bases may react directly with the CO, to form
bicarbonate without proceeding through the carbamate. The
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CO, to amine molar ratio (for polyamines, for example, con-
taining tertiary amines, this CO, to amine molar ratio should
more appropriately be a CO, to non-tertiary, or primary plus
secondary, amine molar ratio) can be 1:1 for complete con-
version to ammonium bicarbonates and 0.5:1 for conversion
to ammonium carbamate and/or carbonate salts. Using pri-
mary and secondary amines in non-aqueous solvents can give
CO, to amine molar ratios that can exceed the theoretical
maximum of 0.5:1 for ammonium carbamate, as discussed
below.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a simplified schematic of a cyclic separation unit
suitable for separating CO, from a flue gas stream.

FIG. 2.1 graphically depicts the CO, reaction with
3-amino-propionitrile (APN) at 30° C. in dimethyl sulfoxide
(DMSO) at different concentrations.

FIG. 2.2 graphically depicts a vapor-liquid equilibrium
plot of CO, with APN in DMSO on a molar basis at various
temperatures.

FIG. 3 graphically depicts the CO, reaction with 2-ethoxy-
ethylamine (2EEA) at 30° C. in dimethyl sulfoxide (DMSO)
at different concentrations.

FIG. 4 graphically depicts real time NMR monitoring of
CO, reaction with 2-ethoxyethylamine (2EEA) in dimethyl
sulfoxide (DMSO), sulfolane and toluene.

FIG. 5 graphically depicts the CO, uptake and regeneration
curves (purge, thermal) for 15 weight percent 2EEA in
DMSO.

FIG. 6.1 graphically depicts real time NMR monitoring of
CO, reaction with monoethanolamine (MEA) in DMSO at
30° C.

FIG. 6.2 graphically depicts a vapor-liquid equilibrium
plot of CO, with MEA in DMSO on a molar basis at various
temperatures.

FIG. 7 graphically depicts the CO, uptake and regeneration
curves (purge, thermal) for 15 weight percent 1,5-bis(methy-
lamino)-3-oxapentane (BMAP) in DMSO.

FIG. 8 graphically depicts the CO, uptake and regeneration
curves (purge, thermal) for 15 weight percent 1,5-bis (methy-
lamino)-3-oxapentane (BMAP) in water.

FIG. 9 depicts a reaction scheme for the reaction of a
representative polyethyleneimine with an aliphatic monoep-
oxide (i.e., 1,2-monoepoxyhexane, or MEH) to form a par-
tially epoxylated polymer structure containing various types
of amines and singly or doubly hydroxyl-functionalized
amines.

DETAILED DESCRIPTION OF THE
EMBODIMENTS

The method of this disclosure involves removing CO, and/
orother acid gases, such as H,S, from a gas stream containing
one or more of these gases using a non-aqueous amine (op-
tionally in solution) as an absorbent. The non-aqueous amine
scrubbing of this disclosure is based on the selective absorp-
tion of a gas mixture and involves contacting the gas mixture
with a liquid, non-aqueous, selective sorbent under condi-
tions sufficient to effect selective removal of CO, and/or other
acid gases in the stream. In addition to being non-aqueous, the
liquid sorbent system can also be free of compounds contain-
ing protic hydrogens, e.g., can be free of any significant
quantity of alcohols, carboxylic acids, phenols, etc., except
for any alcohol functionalities present in the chemical struc-
ture of the amine itself. The absorption conditions (i.e., tem-
perature and/or pressure) should be favorable for absorbing a
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component of the gas mixture, for example, in an absorption
tower, and for producing an absorption effluent which has a
reduced concentration of the absorbed component relative to
the gas mixture. Subsequently, the sorbed component can
then be desorbed from the liquid sorbent, suitably by strip-
ping with a non-reactive gas, e.g., a natural gas stream, in a
regeneration tower under conditions favoring release of the
sorbed acid gas, normally increased temperature or decreased
pressure. Under the selected desorption conditions, the
sorbed component can be purged from the selective absorbent
and recovered.

Cyclic Sorption Unit

FIG. 1 shows a representative simplified schematic of a
continuous cyclic gas separation unit which may be used for
separating CO, from flue gas streams, natural gas streams,
and other streams using the present non-aqueous solvent
amine absorbent solutions. The hot flue gas stream can enter
the unit by way of line 10, entering near the bottom of
absorber tower 11 and preferably passing through a cooling
section 12, in which its temperature can be reduced by direct
or indirect cooling to bring it to a suitable temperature for the
sorption step which follows. In an alternative embodiment,
the cooling of the hot flue gas stream can be achieved prior to
the stream entering the absorber tower 11.

From here, the gas stream can pass into sorption section 13
in countercurrent contact with a descending stream of the
amine absorbent dissolved in the non-aqueous solvent. At
least part of the CO,, along with other gases which are ame-
nable to absorption in the solution, can be absorbed into the
non-aqueous solvent amine absorbent solutions resulting in a
“rich” solution 14 containing the sorbed CO, which can be
removed with a separation tray (not shown) near the lower
end of the sorption section. The rich solution can then pass
through heat exchanger 15 to desorption/regeneration tower
20 in which the CO, and other gases can be desorbed, in this
case, by an increase in temperature, decrease in pressure,
and/or the use of a purge (stripping gas). The rich solution can
enter the tower at a level appropriate to its composition and
can pass downwards as dissolved gases are removed. Heat for
the regeneration tower can be supplied by reboiler 21 which
can circulate a slipstream of solution taken from near the
bottom of the regeneration tower by way of line 22. A stream
of regenerated lean solution with a lower content of CO, can
be taken from the reboiler in line 23 to pass through the other
side of heat exchanger 15 before re-entering absorber tower
11 for passage through the gas stream. A gas stream of
decreased CO, content can pass out of absorber tower 11
through line 16, and the desorbed CO, and other acid gases
removed from the original gas stream can be removed in
concentrated form through line 24 and taken to final seques-
tration or utilization (e.g., in industrial gas and/or in enhanced
oil recovery processes).

Conventional equipment can be used to perform the vari-
ous functions of the cyclic scrubbing process, such as moni-
toring and automatically regulating the flow of gases so that it
can be fully automated to run continuously in an efficient
manner.

Absorption Process

In the design of a practical CO, capture process, a number
of issues need to be considered, including:

The efficiency of the capture process in terms of relative

amount of absorbent required;

The efficiency of the capture process in terms of energy

required for absorption/desorption; and

Corrosion factors.

These issues are, of course, directly affected by the chem-
istry of the sorption/desorption processes. It is believed that
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the carbon atom of CO, is electron-deficient, making it sus-
ceptibleto nucleophilic attack. In aqueous amine solution, the
relative nucleophilicity of the amine and water can determine
the reactive pathway. Nucleophilic addition can create a zwit-
terionic transition state, which can undergo an intramolecular
proton transfer to a neutral acid. If water is the acting nucleo-
phile, carbonic acid typically results; with an amine as the
acting nucleophile, carbamic acid is generally formed. Sub-
sequent reaction with a Bronsted base amine can lead to either
an ammonium bicarbonate or an ammonium carbamate,
respectively. Primary and secondary amines can exhibit both
Lewis and Bronsted basicities in this scheme. Tertiary amines
lack a proton for intramolecular transfer to form the acid
intermediate, and therefore only exhibit Bronsted basicity in
this chemistry. Further reaction of the carbamate with water
may lead to a final bicarbonate product with a 1:1 CO,:amine
(CO,:non-tertiary amine) ratio, or to a carbonate product with
a 1:2 CO,:amine (CO,:non-tertiary amine) ratio (depending
on solution pH). The conventional aqueous process is based
on trying to control adsorption/desorption conditions to
enhance fast carbamate formation while minimizing the for-
mation of bicarbonates.

In non-aqueous systems, a zwitterion can form by nucleo-
philic attack of the lone pair of electrons on the nitrogen of the
amine onto the carbon of the CO,. Again, the zwitterion is
usually unstable and can rapidly rearrange via proton transfer
to the corresponding carbamic acid. Both the zwitterions and
the carbamic acids can generally be unstable, and it is not
known which equilibrium form undergoes further reaction,
although it is posited that the CO, carbamic acid may be
deprotonated by a second equivalent of free amine to produce
an ammonium carbamate salt with the overall stoichiometric
requirement of two moles of amine per one mole of carbon
dioxide absorbed (0.5:1 CO,:non-tertiary amine). This path-
way can also be found in aqueous systems at early reaction
stages, although there may be a different carbamate-carbamic
acid equilibrium in non-aqueous systems, and, in the aqueous
systems, there exists the possibility of further reaction with
water to form bicarbonate and carbonate.

}gNHz o,
—_—
free amine
[©]
H ] H
kN\H/O —_— %N\H/OH
(0] (0]
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NH,
H
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—_—
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carbamic acid

carbamic acid

While primary and secondary amines can form the car-
bamic acid/carbamate species in both aqueous and non-aque-
ous systems, tertiary amines are typically unable to do so in
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non-aqueous systems, lacking the necessary proton for the
transformation of the zwitterion to the carbamic acid. Also, it
has been discovered herein that the carbamates formed from
secondary amines can generally be less stable than those
formed from primary amines.

It is believed that, if the amine is a sufficiently strong Lewis
base, it may attack CO, directly to form the zwitterion inter-
mediate described above, which can rapidly decompose via
internal proton transfer to the carbamic acid. Carbamic acids
are generally Bronsted acids that can typically react with a
second mole of amine to form an ammonium carbamate. It
appears that, in a non-aqueous system, it can be possible for
the amine-CO, reaction to be dominated by Lewis acid-base
chemistry (the transfer of electron pairs from a base to an
acid), rather than Bronsted acid-base chemistry (proton trans-
fer from an acid to a base). In this case, the reaction can
proceed to form a carbamic acid product of sufficient stability
that it can undergo only a limited degree of subsequent Bron-
sted reactivity to form an ammonium carbamate. This can
result in an unexpected and beneficial increase in the amount
of absorbed CO.,, in excess of the theoretical maximum pre-
dicted from complete ammonium carbamate formation. In
any event, regardless of the exact nature of the reaction
mechanism, we have found that, by using a non-aqueous
absorbent, it is possible to absorb CO, at a ratio exceeding the
0.5:1 CO,:(non-tertiary) amine ratio characteristic of car-
bamate formation.

By operating in a non-aqueous system, it appears that the
intermediate carbamic acid species may be stabilized relative
to the ammonium carbamate species. By using this finding in
an acid gas removal process, the benefit of an increased molar
loading capacity of the sorbent amine above the theoretical
maximum of 0.5:1 for ammonium carbamate formation has
been achieved. CO,:(non-tertiary) amine ratios approaching
the theoretical carbamic acid ratio of 1:1 can be potentially
achievable, and ratios reaching as high as 0.85:1 and 0.91:1
per (non-tertiary) amine group have been demonstrated. In
combination with the significantly reduced corrosivity and a
reduced amine regeneration energy afforded by the use of
non-aqueous solvents, the present separation process can pro-
vide substantial operational and economic benefits in com-
parison with conventional amine scrubbing technology.

Without being held to the hypothesis, it is believed that the
mechanism for increased CO, capacity, in excess of the theo-
retical maximum, can proceed through the formation of zwit-
terion and/or carbamic acid pairs, as well as through the
isolated carbamic acids; it is possible that the pairs can in
some manner be stabilized in a non-aqueous system, espe-
cially in non-aqueous systems using the preferred polar, apro-
tic solvents. Examples of these pairs could be as follows, with
the zwitterionic (left) and carbamic acid (right) hydrogen-
bonded pairs:
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The use of polyamines in the present non-aqueous separa-
tion processes can advantageously result in unexpected ben-
efits, as disclosed below.

Gas Stream

The gas streams particularly amenable to treatment by the
present sorption process can include flue gas from the com-
bustion of carbonaceous fuels and/or natural gas from subter-
ranean and other sources. Flue gas may originate from the
combustion of carbon-containing fossil fuels such as natural
gas, oils, and/or lignite, as well as sub-bituminous, bitumi-
nous, and/or anthracite coals. Its CO, content may typically
vary from about 6 to about 15 weight percent, depending on
the fuel, with the highest levels coming from hard coal com-
bustion and the lowest from natural gas. Natural gas streams
containing carbon dioxide may contain, in addition to meth-
ane and carbon dioxide, one or more other gases such as
ethane, n-butane, i-butane, hydrogen, carbon monoxide,
ethene, ethyne, propene, nitrogen, oxygen, helium, neon,
argon, krypton, hydrogen sulfide, and carbonyl sulfide, as
well as, in some cases, mercury and/or other metal contami-
nants, if they have not been removed by other pre-treatment.
Other streams that can be treated by the present separation
process can include syngas and shifted syngas produced in
fuel gasification processes and gas streams from petrochemi-
cal plants whose composition can naturally depend on the
process from which they are derived.

The amount of carbon dioxide in the gas mixture can typi-
cally vary from about at least 1 percent upwards; in many
streams, it can be at least 10 percent and may even be higher,
as with some gas streams from natural gas fields such as the
LaBarge (Wyoming) field, where the gas is about 66.5 percent
carbon dioxide, about 20.5 percent methane, about 7.4 per-
cent nitrogen, about 5.0 percent hydrogen sulfide, and about
0.6 percent helium.

The gas stream may optionally also be subjected to dehu-
midification prior to contacting with the absorbent materials
and processes described herein. The dehumidification can be
carried out by conventional methods by the use of a drying
agent/absorber guard bed upstream of the acid gas scrubbing
unit, and/or by carrying out the CO, absorption at tempera-
tures above 100° C. using an absorbent capable of being
regenerated above the absorption temperature. For example,
the dehumidification can be carried out by absorption over
solid sorbents such as salt dryers, molecular sieves, silica
gels, and/or aluminas.

Amine Sorbents

Amines that may be used in the present sorption processes
herein can include nucleophilic aliphatic primary or second-
ary amines, since they are able to participate in the initial
formation of the zwitterion by nucleophilic attack onto the
carbon of the CO, and its supposed subsequent transforma-
tion into the carbamic acid. Preferred amines can be those
which have a pK, (acid dissociation equilibrium constant) of
not more than about 10.5 (as measured/predicted at 25° C. in
aqueous solution and/or as measured in other solvent and
converted to an aqueous value, referred to as aqueous equiva-
lent scale) with most of the useful amines having a pK , in the
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range of 5 to 10, in many cases from 5 to 8 or 5t0 9. Secondary
amines, especially those in the preferred pK , range, may be
used. Monoamines, diamines, and polyamines may be used,
although, as noted below, diamines and polyamines may
require the use of additional solvent to obviate the formation
of high viscosity products in the presence of the CO,. Sub-
stituted and unsubstituted alkyl amines may be used with
substituent groups such as alkyl (usually lower C,-C; alkyl),
hydroxyalkyl (usually lower C,-C hydroxyalkyl), hydroxyl,
alkoxy (usually lower C,-C, alkoxy), aryl, and nitrile, being
the most common. Aryl substituents are preferably not
present but, if present at all, should typically be positioned no
closer than the beta carbon of the alkyl chain in order to
maintain the aliphatic character of the amine by precluding
delocalization of the lone pair on the amine nitrogen into the
aromatic ring system. On the other hand, the presence of polar
and/or electronegative substituents, such as nitrile, hydroxyl,
etc., and/or of electronegative atoms and groups, especially
oxygen, in the backbone chain ofthe amine, as in the etheram-
ines, is believed to be favorable for interaction with the sol-
vent, e.g., so as to avoid the formation of precipitates in
otherwise soluble systems. Oxygen and other linking species
may be in the chain, such as in 2-ethoxyethylamine (2EEA or
EEA).

Amines finding use as CO, sorbents herein can include the
alkanolamines, such as monoethanolamine (MEA), dietha-
nolamine (DEA), 2-amino-2-methyl-1-propanol (AMP), and
2-(2-aminoethylamino)ethanol (AEE), as well as 1,5-di-
amino-3-oxapentane (DAOP), 1,5-bis(methylamino)-3-oxa-
pentane  (BMAP), 2-amino-2-hydroxymethyl-1,3-pro-
panediol (Tris), and/or diisopropanolamine (DIPA). Other
amines potentially useful in the present process can include,
for example, diglycolamine (DGA), 2-n-propoxyethylamine,
bis(2-methoxyethyl)amine, bis(2-ethoxyethyl)amine, 3-ami-
nopropionitrile, 3,3'-iminodipropionitrile, aminoacetonitrile,
and hydroxyethylenediamine (HEDA). Tertiary amines such
as triethanolamine (TEA) and N-methyldiethanolamine
(MDEA) are typically not used in view of their inability to
form the carbamic acid in the absence of water.

Additionally or alternately, polymeric (oligomeric) amines
can be used as CO, sorbents herein, including polyalkylene-
imines that are linear, cyclic, and/or branched, and that con-
tain one or more secondary amines, optionally one or more
primary amines, and optionally one or more tertiary amines.
Non-limiting examples of such polyalkyleneimines can have
a general repeat unit structure of —[(CH,),—NR],—, where
x is from 2 to 6, where y is from 4 to 50, and where each R is
hydrogen (representing the situation where the backbone
nitrogen is a secondary amine), an alkyleneamine branch
having the structure —(CH,),—NH, (representing the situ-
ation where the backbone nitrogen is a tertiary amine and
where the resulting branch nitrogen is a primary amine), or an
alkyleneimine branch having the structure —(CH,),—NR',,
where a first R' is an alkyleneamine branch or another alky-
leneimine branch and a second R' is hydrogen (representing
the situation where the backbone nitrogen is a tertiary amine
and where the resulting branch nitrogen is a secondary
amine), another alkyleneimine branch (representing the situ-
ation where the backbone nitrogen is a tertiary amine and
where the resulting branch nitrogen is a tertiary amine, with
the further branch nitrogen being a secondary or tertiary
amine), or yet another alkyleneamine branch (also represent-
ing the situation where the backbone nitrogen is a tertiary
amine and where the resulting branch nitrogen is a tertiary
amine, with the further branch nitrogen being a primary
amine). It should be understood herein that the subscript “y”
represents the average number of repeat units in a linear
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polyalkyleneimine chain and thus is only meaningful as an
average number; it is contemplated that the distribution of
polymeric/oligomeric polyalkyleneimines can reflect some
proportion of chains having higher or lower backbone/linear
repeat units without significantly departing from the scope of
the recited “y” range(s) herein. Polyalkyleneimine polymers/
oligomers useful according to the invention can be purchased
and/or prepared by conventional methods known in the art.
Alternately, the polyalkyleneimines can be optionally
treated under conditions sufficient to eliminate or reduce the
number of primary amines (preferably without significant
crosslinking), e.g., via reaction such as with a monoepoxide
such as illustrated for a polyethyleneimine treated with 1,2-
monoepoxyhexane (MEH) in FIG. 9, which can advanta-
geously remove or reduce the likelihood that such primary
amines could contribute to forming ammonium carbamates.
Different monoepoxides can show different selectivities
towards reaction with primary versus secondary amines to
create different contents of potentially chemisorptive (and
even physisorptive) species in the polyalkyleneimine. In such
alternate embodiments, the monoepoxide can include, but are
not limited to, terminal (1,2-) aliphatic epoxides, internal
aliphatic epoxides, cyclic or multicyclic aliphatic epoxides,
aromatic epoxides, aliphatic alkyleneoxides (e.g., having
from 2 to 12 carbons, from 4 to 12 carbons, from 4 to 10
carbon atoms, or from 4 to 8 carbon atoms), or the like,
substituted/functionalized or without substituents, or combi-
nations thereof. Non-limiting examples of such monoep-
oxides can be purchased and/or prepared by conventional
methods known in the art and can include, for example, eth-
ylene oxide, propylene oxide, 1,2-epoxybutane, 2,3-ep-
oxybutane, 1,2-epoxyhexane, 1,2-epoxyoctene, 1,2-epoxy-
decane, 1,2-epoxydodecane, 1,2-epoxy-2-methylbutane,
styrene oxide, cyclohexene oxide, and combinations thereof.
In certain of these embodiments, the monoepoxide may con-
tain only C, H, and O atoms and can lack other heteroatoms
such as halides, phosphorus, silicon, or nitrogen. Additionally
or alternately in these embodiment, the monoepoxide may
contain only C, H, and O atoms and may contain only one O
atom (that of the epoxide functionality). Further in such alter-
nate embodiments, the optional treatment can yield a reaction
product that is a polyalkyleneimine where some or all of the
primary amines are converted to secondary and/or tertiary
amines, which reaction product contains, by virtue of the
epoxide reaction, one or more secondary hydroxyl groups.
Still further in such alternate embodiments, treatment condi-
tions, such as temperature, pressure and contact time, may
vary greatly. Any suitable combination of such conditions
may be employed herein that are sufficient to produce the
desired polyalkyleneimines described herein; typically, the
treatment can be carried out by combining the reactants in any
order under ambient pressure with contact time varying from
seconds to a few hours or greater. In various embodiments, the
treated polyalkyleneimine can contain primary amines that
have been doubly reacted with the monoepoxide to produce
tertiary amines bearing two secondary hydroxyl moieties.
Though a goal of treatment can be to eliminate primary
amines from the polyalkyleneimine, the treated polyalkyle-
neimines can still contain some residual (reduced number of)
unreacted primary amines. Additionally or alternately, the
treated polyalkyleneimine can contain some primary amines
that have reacted to form secondary and/or tertiary amines,
but substantially no secondary amines in the treated polyalky-
leneimine can be observed to have formed tertiary amines.
Further additionally or alternately, the treated polyalkylene-
imine can contain some primary amines that have reacted to
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form secondary amines, but substantially no primary amines
that have further reacted to form tertiary amines.

The polyalkyleneimines useful in the methods according to
the invention can exhibit only secondary amines (only
unbranched cyclic, typically not subjected to the optional
treatment), only primary and secondary amines (e.g., typi-
cally unbranched, linear or cyclic; typically not subjected to
the optional treatment), only secondary and tertiary amines
(e.g., typically but not necessarily subjected to the optional
treatment), only primary and tertiary amines (highly uncom-
mon and typically not subjected to the optional treatment), or
primary and secondary and tertiary amines (which may or
may not have been subjected to the optional treatment). In
such cases where only primary and secondary amines are
present, the average molar ratio of primary amines to second-
ary amines can range from about 2:1 to about 1:40, for
example from about 2:1 to about 1:20, from about 2:1 to about
1:15, from about 1:1 to about 1:40, from about 1:1 to about
1:20, from about 1:1 to about 1:15, or from about 1:1 to about
1:10. In such cases where only secondary and tertiary amines
are present, the average molar ratio of secondary amines to
tertiary amines can range from about 15:1 to about 1:3, for
example from about 10:1 to about 1:2 or from about 6:1 to
about 1:1. In such cases where primary, secondary, and ter-
tiary amines are all present, at least one or more of the fol-
lowing can advantageously apply: the average molar ratio of
primary amines to secondary amines can range from about
5:1 to about 1:50, for example from about 5:1 to about 1:30,
from about 5:1 to about 1:15, from about 3:1 to about 1:30,
from about 3:1 to about 1:15, or from about 3:1 to about 1:10;
the average molar ratio of secondary amines to tertiary
amines can range from about 15:1 to about 1:10, for example
from about 10:1 to about 1:5; and the average molar ratio of
primary amines to tertiary amines can range from about 10:1
to about 1:50, for example from about 10:1 to about 1:30,
from about 10:1 to about 1:20, from about 10:1 to about 1:10,
from about 5:1 to about 1:10, from about 5:1 to about 1:30,
from about 5:1 to about 1:20, or from about 5:1 to about 1:10.

Although only the polyalkyleneimines have been disclosed
hereinabove to be optionally treated, e.g., with a monoep-
oxide, it should be understood that the primary and/or sec-
ondary amine sorbent materials can optionally have been
similarly treated, so long as not all amine groups become
tertiary amines, i.e., such that some primary and/or secondary
amine groups in the sorbent materials remain.

One significant favorable aspect of the present non-aque-
ous solvent based process includes that amines can achieve
separation comparable to aqueous separation systems utiliz-
ing hydroxyamines/alkanolamines such as MEA. Product
stoichiometry, loading, and/or absorption/desorption kinetics
may be further manipulated advantageously by varying the
structure of the amines used (e.g., by attaching electron-
withdrawing or donating groups) to provide different inherent
basicities (pK,’s) and/or steric properties. A useful means of
making an adequate prediction of the pK, value of the amine
can be the ACD/PhysChem Suite™ (a suite of software tools
for the prediction of basic physicochemical properties includ-
ing pK,), available from Advanced Chemistry Development,
Inc., 110 Yonge Street, Toronto, Ontario, Canada M5C 1T4.
Non-Aqueous Solvent

The amine may be used as the neat liquid sorbent material
provided that it remains sufficiently liquid to be pumped and
handled in the unit. In certain embodiments, for this reason
diamines and higher amines for the most part tend not to be
preferred without a solvent, since gels and other viscous
reaction products may be formed with the CO, due to the
di-/poly-functionality of molecules and/or the potential for
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strong intermolecular interactions. In any event, it has been
found that the solvent may enhance the capability of the
sorbent to react with the CO, at desirable CO,:amine adsorp-
tion ratios.

The solvent used in the present process is a non-aqueous,
aprotic solvent with more polar solvents being generally pre-
ferred over less polar solvents. Polar solvents for the amine
sorbent may be capable of solvating the hypothetical zwitte-
rion and carbamic acid pairs better, as compared to solvents of
lower polarity, and so can mitigate the tendency of the ion
pairs to form dimers in solution. A polar solvent can addition-
ally or alternately increase physical absorption of the CO,,
which can increase the concentration of CO, in solution,
thereby facilitating increased loading and capacity of the
absorbent. A significant advantage of the non-aqueous sol-
vent processes herein can include a reduction in corrosivity of
the acid gas solutions as compared to the aqueous-based
systems, thereby enabling more extensive use of cheaper
metallurgies, e.g., carbon steel, in associated equipment with
reduced concern about corrosion at higher CO, loadings.

A solvent such as toluene with a relatively low dipole
moment has been found to be effective, although, in general,
higher values for the dipole moment (Debye) of at least 1.7,
for example of at least 2, and preferably of at least 3, have
been shown to have the greatest effect as with preferred
solvents such as DMSO (dimethylsulfoxide), DMF (N,N-
dimethylformamide), NMP (N-methyl-2-pyrrolidone),
HMPA (hexamethylphosphoramide), THF (tetrahydrofuran),
sulfolane (tetramethylene sulfone), and the like. Preferred
non-aqueous solvents (in terms of achieving CO, loadings of
0.5 or more, based on CO,:amine ratio) can have C—0O
and/or S—O groups on them with which the carbamic acid
reaction product may be capable of stabilization by hydrogen
bonding with the oxygen of these (or similar) groups. In
addition to having a polar nature, the selected solvent should
typically also be aprotic; for this reason, the use of protic
compounds as the solvent, such as alcohols, carboxylic acids,
phenols and water, are generally disfavored. Again, this does
not preclude the use of amine solvents containing hydroxyl
groups to maintain the solubility of the sorbent and its com-
plexes/reaction products, such as in the case of polyalkylene-
imine polymers/oligomers treated with epoxide in order to
yield a reaction product containing secondary hydroxyl
groups.

In addition to preferred solvents being non-aqueous, polar,
and aprotic, they can preferably also have a boiling point of at
least 65° C. (for example 70° C. or higher), in order to reduce
solvent losses in the process, and higher boiling points tend to
be more desirable, of course depending on the regeneration
conditions which are to be used. If the regeneration is to be
carried out at a temperature above 100° C., e.g., if so required
for the desorption and/or to remove any water that may enter
the system, a boiling point above 100° C., sometimes above
150° C. or even higher, may be preferable. Use of higher
boiling point solvents can conserve valuable energy that
could otherwise be consumed in vaporization of the solvent.

Solvents found effective to various extents can include
toluene, sulfolane (tetramethylene sulfone), and dimethylsul-
foxide (DMSO). Although toluene has a low dipole moment,
indicating a low degree of polarity, it is adequately polar for
use in the present process as shown by experiment. Other
solvents of suitable boiling point and dipole moment could
include, but are not-limited to, acetonitrile, dimethylforma-
mide (DMF), tetrahydrofuran (THF), ketones such as methyl
ethyl ketone (MEK), esters such as ethyl acetate and amyl
acetate, halocarbons such as 1,2-dichlororobenzene (ODCB),
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and combinations thereof. Dipole moments (D) and boiling
points for selected solvents are:

Dipole Moment (D) Boiling Point (° C.)

Toluene 0.36 110.6
Sulfolane 4.35 285
DMSO 3.96 189
DMF 3.82 153
MEK 2.78 30
Acetonitrile 3.92 81
THF 1.63 66
ODCB 2.50 180.5

Once the absorbent has been formulated, optionally with
ingredients such as antioxidants, corrosion inhibitors, anti-
foaming agents, and the like, it can be employed, for example,
in an absorption unit, such as illustrated in FIG. 1.

The concentration of the primary amine and/or secondary
amine, and/or the concentration/distribution of primary, sec-
ondary, and/or tertiary amines in the case of polyamines, in
the non-aqueous solvent can vary over a wide range. As
shown in FIGS. 2 and 4, the amine:solvent ratio (concentra-
tion) can typically have a significant effect on the nature of the
amine-CO, product formed, with the preferred carbamic acid
product dominating at low amine concentrations, and with the
less preferred ammonium carbamate product dominating at
higher amine concentrations. Nonetheless, at all experimen-
tal amine concentrations, e.g., ranging from 10 weight per-
cent to 90 weight percent, the beneficial use of the non-
aqueous solvent can be observed as a CO,:(non-tertiary)
amine ratio of greater than 0.5:1 is achieved. The amine
concentration may be optimized for specific amine/solvent
mixtures in order to achieve the maximum (or at least a
desirably high) total absorbed CO, concentration, which typi-
cally can be achieved at the highest amine concentration,
although a number of counter-balancing factors can force the
optimum to lower amine concentrations. Among these can
include limitations imposed by solution viscosity, amine and/
or amine-CO, product solubilities, and solution corrosivity,
inter alia. In addition, as the amine concentration can affect
the nature of the amine-CO, product formed, and as the car-
bamic acid and ammonium carbamate products can have
different thermal stabilities, the amine concentration can also
directly affect the required regeneration energy for a specific
amine/solvent mixture. Therefore, the (optimal) amine con-
centration can be selected to balance the maximum total
absorbed CO, concentration and the (lowest) required regen-
eration energy, contingent upon the viscosity, solubility, and
corrosivity limitations described above.

As shown in FIGS. 2 and 4, this concentration can likely
vary for individual amine/solvent combinations and can
therefore be selected on an empirical basis that optionally but
preferably also factors in the CO, feed rate relative to the rate
of sorbent circulation in the unit. If the solvent, for example a
C—0 and/or S—O group-containing solvent such as DMSO,
is a better stabilizer for the 1:1 carbamic acid and zwitterion
CO, sorption products than the neat amine, lower concentra-
tions of amines in these good solvents would tend to favor
higher sorption/capacity. There can exist, therefore, a balance
between the respective equilibria; at lower amine concentra-
tions, the sorption reaction products can be favored by better
stabilization, and, at higher amine concentrations, more
amine can be present, which may push the equilibrium
towards product. The temperature and pKa of the amine can
also play into this equilibrium. In general, primary and/or
secondary amine absorbents can be used in a concentration of
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the amine(s) typically ranging from about 5 or about 10
weight percent to about 90 weight percent (of the total solu-
tion), for example from about 10 weight percent to about 50
weight percent, or even lower, such as from about 10 to about
30 weight percent.

The formation of precipitates in solution-based sorption
units can be regarded as generally undesirable, since, if pre-
cipitates are formed, the concentration of the active amine
sorbent can decrease in solution, and thus the amount of
soluble amine available for CO, capture can decrease accord-
ingly. For this reason, the use of amines with electronegative/
polar substituents can potentially be favorable.

FIG. 2 depicts a reaction between a representative polyeth-
yleneimine (PEI) having a molecular weight of about 600 and
analiphatic monoepoxide (1,2-monoepoxyhexane, or MEH).
The starting representative PEI represented in FIG. 2 has a
primary amine:secondary amine:tertiary amine ratio of about
3:2:2. After reaction with the MEH, the primary amine:sec-
ondary amine:tertiary amine ratio became about 3:3:8. When
exposed to CO, at approximately room temperature, the CO,
uptake ratio can be as high as about 1:1 CO,:primary amine
and secondary amine. The solubility of the CO,-loaded PEI:
MEH is a desired property. In d-DMSO at a ~10 wt %
loading of PEI:MEH, the compound can be highly (com-
pletely) soluble when fully reacted with CO,, whereas the
unmodified PEI alone can form a solid when loaded with CO,
at a concentration of ~10 wt % in chloroform.

In certain embodiments, the solubility of the polymeric/
oligomeric polyalkyleneimines and their CO, sorption com-
plexes in various non-aqueous solvents can be fine tuned for
the particular removal process. The ability to fine tune the
solubility of the modified polyalkyleneimine materials and
their CO, reaction products, e.g., by modifying hydrophobic-
ity/hydrophilicity such as through changing the aliphatic
monoepoxide hydrocarbon chain length can provide a handle
to fine tune products and maximize loadings (and/or favor-
able absorption/desorption kinetics) through the exploitation
of solvent effects. Maintaining solubility of the modified
polyalkyleneimine:CO, reaction product in the non-aqueous
solvent after sorption can be a desired property, e.g., for easy
desorption, pumpability, and/or cyclability during the
removal process. Gelation, precipitation, or other heteroge-
neities of the sorption product solution are thus typically
undesirable in these systems.

Absorption (or “Sorption™)

The separation/sorption step/process herein can involve
removing CO, and/or other acid gases, such as H,S, from a
gaseous stream containing one or more of these gases using a
non-aqueous amine as an absorbent. The absorbent compo-
sitions are described herein. The non-aqueous amine sorp-
tion/scrubbing of this disclosure is based on the selective
absorption/removal of CO, and/or other acid gases from a gas
mixture and involves contacting the gas mixture with a selec-
tive absorbent under conditions sufficient to effect selective
removal. The absorption conditions (e.g., temperature and/or
pressure) should be favorable for selectively absorbing a
component (e.g., CO,) of the gas mixture, for example, in an
absorption tower, and producing an absorption effluent,
which has reduced concentration of the absorbed component
relative to the gas mixture. Subsequently, the absorbable
component can then be desorbed, e.g., by stripping with an
inert gas, a natural gas stream, and/or steam, for example, in
a regeneration tower. Under desorption conditions, the
absorbable component can be purged from the selective
absorbent.

Once the absorbent has been formulated, it can be
employed, for example, in an absorption tower in the selective
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acid gas removal process. The absorbent can be purchased
and/or made by conventional processes, e.g., mixing. After
the absorbent is manufactured, it can be used, for example, in
an absorption tower, where a gaseous stream containing CO,
contacts the absorbent, e.g., in a countercurrent manner. The
CO, and amine can chemically react to form a complex (e.g.,
a carbamic acid and/or a carbamate), thereby reversibly
removing the CO, from the gaseous stream (e.g., by chemi-
sorption).

After the absorbent is loaded with CO, to a satisfactory
level, for example, when the CO, absorption has reached
about 80% of saturation or more, or at a designated cycle
time, the sorbent can be regenerated. Regeneration generally
involves desorbing the absorbed CO, typically by stripping
with an inert gas, a natural gas stream, and/or steam, for
example, in a regeneration tower. During this step, the amine
complex can be dissociated, thus effectively trapping/remov-
ing CO,, and freeing (regenerating) the amine for re-use.

For absorption, the temperature can typically be in the
range from about 20° C. to about 90° C., for example from
about 25° C. to about 75° C. Although the decrease in stability
of the CO,/amine species can generally appear monotonic
with increasing temperature (see FIGS. 5 and 7), it may be
possible to hold the CO,:(non-tertiary) amine ratio at a value
abovethe desired 0.5:1 minimum at temperatures up to 90° C.
with selected amine/solvent combinations, as shown by FIG.
5. In most cases, however, a maximum temperature for the
sorption can be 75° C., and, if operation is feasible at a lower
temperature, e.g., with a chilled incoming natural gas stream,
resort may be advantageously made to lower temperatures at
this point in the cycle. Temperatures below 50° C. are likely to
be favored for near optimal sorption, in certain cases.

The adsorption pressure can preferably be in the range
from about 0.1 barg (about 10 kPag) to about 20 barg (about
2 MPag), preferably from about 0.1 barg (about 10 kPag) to
about 10 barg (about 1 MPag). The partial pressure of carbon
dioxide in the gas mixture can vary according to the gas
composition and/or the pressure of operation, but can typi-
cally be from about 0.1 barg (about 10 kPag) to about 20 barg
(about 2 MPag), preferably from about 0.1 barg (about 10
kPag) to about 10 bar (about 1 MPag). The gas mixture can be
contacted countercurrently or co-currently with the absorbent
material at a gas hourly space velocity (GHSV) from about 50
(S.T.P.)/hour to about 50,000 (S.T.P.)/hour.

The amine/solvent sorbent system is not necessarily lim-
ited to removal of CO, but, in view of the basic nature of the
amines, can be capable of removing other acid gases such as
those typically found in flue gas and/or wellhead natural gas.

The gas mixture containing carbon dioxide can originate
from natural and/or artificial sources. The gas mixture can
contain, in addition to carbon dioxide, one or more other
gases, such as methane, ethane, n-butane, i-butane, hydrogen,
carbon monoxide, ethene, ethyne, propene, nitrogen, oxygen,
helium, neon, argon, krypton, hydrogen sulfide, and the like.

The constituents of the gas mixture may have different
proportions. The amount of carbon dioxide in the gas mixture
can typically be at least 1 percent by volume, for example at
least 10 percent by volume or 50 percent by volume or greater.
The gas mixture can include or be any of a variety of gases, for
example, natural gas, flue gas, fuel gas, waste gas, air, or the
like, or combinations thereof.

The gas mixture can optionally be subject to dehumidifi-
cation prior to contacting with the absorbent material, par-
ticularly if aqueous chemistry is sought to be avoided in
non-aqueous systems. The dehumidification can be carried
out by conventional methods, e.g., by absorption over solid
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sorbents such as molecular sieves, zeolites, silica gels, alu-
minas, or the like, or mixtures and/or reaction products
thereof.

In particular, water can be excluded from entering the
system through the use of a drying agent/absorber guard bed
upstream of the acid gas scrubbing unit, or by carrying out the
CO, absorption at temperatures above the boiling point of
water (~100° C.) using an absorbent capable of being regen-
erated above the absorption temperature. Additionally or
alternately, the amine sorbent can be substantially soluble in
the non-aqueous solvent, while water can be relatively
insoluble in the solvent-amine mixture/solution, in order to
facilitate phase separation of any water entering/entrained
with the input gas being scrubbed.

As illustrated in the Examples herein, the non-aqueous
solvent amine processes herein can preferably achieve an
Adsorption Efficiency (CO,/non-tertiary amine adsorption
mole ratio) of at least 0.5:1, for example at least 0.7:1 or at
least 0.85:1.

In situations where polymeric amines are used, both the
polymeric amine composition and the CO,-sorbed polymeric
amine complex can be inventive. Particularly where the poly-
meric amine composition includes a polyalkyleneimine
treated to reduce or eliminate primary amine content, a novel
polymeric amine composition can include the reaction prod-
uct of a monoepoxide and a polyalkyleneimine oligomer in a
non-aqueous aprotic solvent, wherein: the monoepoxide is an
aliphatic alkyleneoxide having from 4 to 12 carbon atoms
(e.g., from 4to 10 carbons atoms or from 4 to 8 carbon atoms);
the polyalkyleneimine oligomer is linear, cyclic, and/or
branched and has the following repeat unit structure:
—]{(CH,),—NR],—, where x is from 2 to 6 (e.g., is from 2 to
4,1s from 2 to 3, or is 2) where y is from 4 to 50 (e.g., from 4
to 35, from 4 to 25, from 4 to 20, from 4 to 15, from 4 to 12,
from 4 to 10, from 6 to 50, from 6 to 35, from 6 to 25, from 6
to 60, from 6 to 15, from 6 to 12, or from 6 to 10), and where
R is hydrogen, an alkyleneamine branch having the structure
—(CH,),—NH,, or an alkyleneimine branch having the
structure —(CH,),—NR',, wherein a first R' is either an
alkyleneamine branch or another alkyleneimine branch and a
second R' is hydrogen, another alkyleneamine branch, or yet
another alkyleneimine branch; the reaction product com-
prises one or more secondary amines and one or more tertiary
amines, as well as one or more hydroxyl groups (e.g., such as
secondary hydroxyl groups from the monoepoxide treat-
ment); the non-aqueous aprotic solvent is polar and has a
dipole moment (D) of at least 1.7 (e.g., of at least 2, of at least
2.5, of atleast 3, from 1.7 to 5, from 1.7 to 4.5, from 1.7 to 4,
from 2 to 5, from 2 to 4.5, from 2 to 4, from 2.5 to 5, from 2.5
t0 4.5, from 2.5t0 4, from3 to 5, from 3 to 4.5, or from 3 to 4);
and the polymeric amine composition has a viscosity at about
25° C. of about 10 cPs or less (e.g., about 7 cPs or less, about
5 cPs or less, about 4 cPs or less, or about 3 cPs or less) and a
CO, adsorption efficiency of at least 0.5:1 moles CO,/moles
of primary plus secondary (non-tertiary) amine (e.g., at least
0.7:1 or at least 0.85:1). Furthermore, particularly where the
CO,-sorbed polymeric amine complex includes a complex of
CO, with a polymeric amine composition containing a poly-
alkyleneimine treated under conditions sufficient to reduce or
eliminate primary amine content, a novel CO,-sorbed poly-
meric amine complex can include the reversible chemisorp-
tion complex of CO, with the reaction product of a monoep-
oxide and a polyalkyleneimine oligomer in a non-aqueous
aprotic solvent, wherein: the monoepoxide is an aliphatic
alkyleneoxide having from 4 to 12 carbon atoms (e.g., from 4
to 10 carbons atoms or from 4 to 8 carbon atoms); the poly-
alkyleneimine oligomer is linear, cyclic, and/or branched and
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has the following repeat unit structure: —[(CH,),—NR] —,
where x is from 2 to 6 (e.g., is from 2 to 4, is from 2 to 3, or is
2), where y is from 4 to 50 (e.g., from 4 to 35, from 4 to 25,
from 4 to 20, from 4 to 15, from 4 to 12, from 4 to 10, from 6
to 50, from 6 to 35, from 6 to 25, from 6 to 60, from 6to 15,
from 6 to 12, or from 6 to 10), and where R is hydrogen, an
alkyleneamine branch having the structure —(CH,),—NH,,
or an alkyleneimine branch having the structure —(CH,), —
NR',, wherein a first R' is either an alkyleneamine branch or
another alkyleneimine branch and a second R' is hydrogen,
another alkyleneamine branch, or yet another alkyleneimine
branch; the reaction product comprises one or more second-
ary amines and one or more tertiary amines, as well as one or
more hydroxyl groups (e.g., such as secondary hydroxyl
groups from the monoepoxide treatment); the non-aqueous
aprotic solvent is polar and has a dipole moment (D) of at least
1.7 (e.g., of atleast 2, of at least 2.5, of at least 3, from 1.7 to
5, from 1.7 to 4.5, from 1.7 to 4, from 2 to 5, from 2 to 4.5,
from 2 to 4, from 2.5 to 5, from 2.5 to 4.5, from 2.5 to 4, from
3 to 5, from 3 to 4.5, or from 3 to 4); the polymeric amine
composition has a viscosity at about 25° C. ofabout 10 cPs or
less (e.g., about 7 cPs or less, about 5 cPs or less, about 4 cPs
or less, or about 3 cPs or less) and a CO, adsorption efficiency
of at least 0.5:1 moles CO,/moles of primary plus secondary
(non-tertiary) amine (e.g., at least 0.7:1 or atleast 0.85:1); and
the chemisorption complex is reversible at a temperature
between 25° C. and 150° C. and includes one or more car-
bamic acid groups formed from interaction between the CO,
and the primary and/or secondary amines of the composition.
Although the chemisorption complex is identified above as
including one or more carbamic acid groups, it should be
understood that, under certain conditions, a carbamic acid
group can lose its acid proton to form an ionic carbamate
species, e.g., due to the basicity of the liquid sorbent medium
in comparison to the pKa of the acid proton, which is also a
reversible phenomenon and is meant to be encompassed by
“one or more carbamic acid groups” in this context. However,
it is preferable that the ionic carbamate, as much as possible,
does not attain an ammonium counterion by utilizing a pro-
tonated amine from the liquid sorbent, as such would effec-
tively reduce the efficiency of the sorbent system, because the
amine group becoming protonated would otherwise have
been capable of reversibly chemisorbing another molecule of
CO, if not made into an ammonium counterion to the already
sorbed CO,/ionic carbamate species.

Desorption

The carbon dioxide can be desorbed from the absorbent
material by one or more of several methods. One possibility
can be to desorb the carbon dioxide by means of stripping
with an inert (generally non-reactive) gas stream such as
nitrogen in the regeneration tower. The reduction in the CO,
partial pressure that can occur on stripping can promote des-
orption of the CO,, and, when this expedient is used, a sig-
nificant pressure reduction may not be required, although the
pressure may be reduced for optimal/better stripping, suitably
to the levels used in pressure swing operation. Additionally or
alternately, a pressure swing process may be used to reduce
the pressure on the liquid absorbent to a relatively lower value
than that prevailing in the sorption phase.

When carrying out desorption by inert gas sparging and/or
pressure swing operation, the temperature may be maintained
at a value at or close to that used in the adsorption step. As
shown in FIG. 7, isothermal desorption may be accomplished
by stripping with a suitable amine/solvent combination. Des-
orption can, however, be favored by an increase in tempera-
ture, with or without stripping and/or a decrease in pressure.
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There are potential advantages in the regeneration of CO,-
rich primary and/or secondary amines in non-aqueous sys-
tems, compared to aqueous amine based scrubbing, where the
regeneration temperatures are often in the range of 120-140°
C. with conventional steam stripping. In the non-aqueous
environment of the present process, stripping can be feasible
with or without purge gas at relatively lower temperatures.
The possibility of desorption at lower temperatures can offer
the potential for isothermal or near isothermal stripping using
a purge gas at a temperature the same as or not much higher
than the sorption temperature, for example, at a temperature
not more than 30° C. higher than (or not more than 20° C.
higher than) the sorption temperature. When these factors are
taken into consideration, the temperature selected for the
desorption can typically be in the range from about 70° C. to
about 120° C., for example from about 70 to about 100° C.
and advantageously not greater than about 90° C. Possible
significant energy savings in the range of 20% to 50% over
conventional aqueous-based systems can be achieved by the
non-aqueous solvent processes of the present invention.

For regeneration in the non-aqueous solvent systems
herein, stripping with an inert (non-reactive) gas such as
nitrogen or a natural gas stream can be preferred. Staged heat
exchanger systems with knock out drums in between where
CO, is removed as a pressurized gas stream may be used as
one alternative. An additional or alternative option can be to
decompose the carbamate/carbamic acid with substantially
pure CO, (previously isolated) at ~1 atm (~100 kPa partial
pressure) or higher at relatively high temperatures, typically
at least about 120° C., at which the carbamic acid/carbamate
reaction product can be decomposed. Stripping with a CO,
stream at a desorption temperature of at least about 120° C.
and at a pressure greater than ~1 atm (~100 kPa partial pres-
sure) may give a significant advantage for the non-aqueous
solvent process.

It should be appreciated that conventional equipment can
be used, in whole or in part, to perform the various functions
of the non-aqueous amine scrubbing processes/steps
described herein, such as monitoring and/or automatically
regulating the flow of gases, e.g., to enable fully automated
and/or continuous process control in an efficient manner.

EXAMPLES
General Procedure for CO, Uptake and Desorption

The experimental setup for in-situ monitoring CO, reac-
tions with liquid amines in solution was built inside a wide
bore 400 MHz Bruker Avance™ NMR spectrometer. A ~10-
mm glass tube with an amine-rich solution was located inside
a ~10-mm Broad-Band NMR probe for liquids. A pH-meter
was mounted inside the solution above the NMR monitoring
region in order not to interfere with NMR signals. A thin
sealed capillary with ethylene-glycol was used for accurate
temperature and heat release monitoring of the solution dur-
ing reactions. The CO, flow through the amine-rich solution
was organized by two thin plastic tubes and was controlled by
calibrated Brooks 5896™ electronic flow regulators. Solu-
tion temperature was controlled by a pre-heated N, purge
(either housing N, or liquid N, vapor) flowing at ~1200 L/hr
through the probe. A thermocouple was mounted ~10 mm
below the sample. The temperature range for experiments
was narrower than the NMR instrument capabilities (from
about —150° C. up to about +120° C.) and was limited by the
amine or solvent physical properties (boiling and freezing
points).
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13C and 'H spectra taken before, during, and after the
reaction gave quantitative information about the starting solu-
tion, reaction progress, intermediate products, and character-
ization of final products.

Desorption experiments were performed by changing the
feed gas to N, at the same flow rate and increasing the solution
temperature if needed. For more accurate 1D and 2D NMR
analysis, samples were transferred into a ~5-mm NMR tube
and measured on a Bruker Avance III™ narrow bore 400 MHz
spectrometer using a ~5-mm QNP probe.

For *C NMR quantitative analysis of the starting solution
and final product, a standard single-pulse sequence with pro-
ton decoupling (zgig pulse sequence) with repetition delay
equal or longer than ~60 seconds was used. In order to
observe intermediate reaction products qualitatively on a
short time scale, NOE signal enhancement (zgpg or zgpg30)
was used with a shorter repetition delay of about 2-5 seconds.
Further calibration of '*C peak intensities was performed
after every reaction on the final reaction product by compar-
ing NMR spectra taken with and without NOE enhancement.
For '"H NMR quantitative analysis of the starting solution,
intermediate products, and final product, single-pulse zg
sequence was used with a repetition delay between about 10
and about 60 seconds. Manual tuning and matching proce-
dures of NMR probe were performed between NMR experi-
ments in order to correct impedance changes of **C and "H
circuits during the reaction by the formation of new chemical
compounds.

For monitoring aqueous reactions, H,O or D,O (heavy
water) were used as solvents for the amines. D,O gave an
advantage to analyze 'H spectra more accurately.

For monitoring non-aqueous reactions, several anhydrous
molecules were used as solvents for the amine (d,-DMSO,
dg-toluene, chloroform, and sulfolane). In order to eliminate
solvent influence completely, several amines were treated
with CO, without any solvent. Results of the latter experi-
ments qualitatively showed the presence of similar reaction
products as seen in the solvents listed above. It was observed
that the protons of the ammonium carbamate counterion (—N
H,*)and carbamic acid (—NH-—COOH) are in fast exchange
resulting in a single resonance peak above ~8 ppm. At the
same time, the —NHxCOO™ and —NH-—COOH protons of
the carbamate and carbamic acid species, respectively, also
are seen as a single peak around ~6 ppm. The relative con-
centration of carbamic acid and carbamate in the solution was
verified based on quantitative analysis of these two peaks.

The following Examples show that, in experiments con-
ducted using primary and secondary amines in several non-
aqueous solvents, CO, to amine molar capture ratios exceed
the theoretical carbamate maximum of ~0.5:1, reaching as
high as ~0.85:1 using a primary amine in dg-DMSO com-
pared to ~0.5:1 in the analogous aqueous solution.

Example 1

Reaction of Aminopropionitrile (APN) with CO, in
ds-DMSO

An approximately 15 wt % solution of 3-aminopropioni-
trile (APN, CNCH,CH,NH,, pK, ~7.7) in ds-DMSO was
treated with CO, at about 30° C. as described in the General
Procedure. At equilibrium, an ~87 mol % loading of CO, per
APN molecule was achieved, corresponding to ~53.4 wt %
loading based on the weight of amine and an ~8.0 wt %
loading based on the combined weight of amine and solvent.
The 1*C NMR CO, resonance which was integrated to deter-
mine CO, uptake appeared at ~158.91 ppm, suggesting car-
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bamic acid —NH—COOH) and carbamate (—NH—COO")
species in a fast exchange mode through proton transfer.

The "H NMR of the reacted solution shows two new reso-
nances at ~10.21 and ~7.29 ppm. The first new peak was
associated with protons of carbamic acid (—OH) and car-
bamate counterion (—NH,") in fast exchange. The second
new peak was believed to reflect —NH— resonances of both
carbamic acid and carbamate species. Based on the relative
integration of these two proton peaks and taking into account
integration of the '*C peak at ~158.91 ppm relative to struc-
tural amine peaks at~120.07 and ~119.13 ppm (—C=N), the
CO, loading was calculated as ~87 mol % per amine with a
majority of the reaction product in the carbamic acid form
(~74.4 mol %) with a minor amount of carbamate species
(representing about 25.6% of amines, ~12.8% as carbamate
anions, and ~12.8% as ammonium cations).

After saturation with the CO, at about 30° C., the sample
was heated to about 50° C., about 70° C., and finally to about
90° C., under a continuous flow of CO, at ~1 atm (partial
pressure) as described in the General Procedure. The equilib-
rium loadings of CO, for these temperatures were ~69.9,
~53.9, and ~34.9 mol %, respectively.

The same procedure was carried out with about ~10 wt %,
~30 wt %, ~50 wt %, and ~70 wt % of APN in DMSO-d,
solution at room temperature (about 24° C.). At higher amine
concentrations, the yield attributed to carbamic acid dropped,
giving rise to carbamate species; however, at low amine con-
centrations, a majority of the amine reacted with CO,, form-
ing carbamic acid species, while a small amount of carbamate
was detected. As shown in FIG. 2.1, the carbamic acid level
exceeded the carbamate level at amine concentrations up to
about 50 wt %, although the CO, loading was ~37 wt % per
APN (equivalent to ~25.9 wt % per total solution (APN+
DMSO) at~70 wt % of APN in DMSO) compared to ~21.5 wt
% CO, per (APN+DMSO) at ~50 wt % of APN in DMSO.

Example 1.1

Vapor-Liquid Equilibrium of APN and CO, in
ds-DMSO

An approximately 19.6 wt % solution (~3 molar) of 3-ami-
nopropionitrile (APN) in dg¢-DMSO was heated to about 45°
C. and then treated with a continuous flow of ~1 vol % CO, in
N, at about 1 atm (about 100 kPaa, or about 0 kPag) as
described in the General Procedure. The solution was next
treated with ~10 vol % CO, in N, at about 1 atm and finally
~100 vol % CO, at about 1 atm (partial pressure). The equi-
librium loading of CO, at these conditions was ~15.6, ~50.5,
and ~90.0 mol %, respectively, and represented an APN/CO,
vapor-liquid equilibrium at ~10 mbar (~1 kPa), ~100 mbar
(~10kPa), and ~1 bar (~100 kPa) of CO, (partial pressure) at
about 45° C.

The same procedure was carried out with fresh ~19.6 wt %
(~3 molar) APN in DMSO-d, solution at temperatures of
about 65° C. and about 90° C. The monitoring results shown
in FIG. 2.2 indicated a large CO, uptake capacity (~50.5 mol
%) at absorber conditions (~45° C., ~10 vol % CO,) and
significantly lower CO, capacity of the APN solution at ~90°
C. The latter result confirms the low stability of the APN-
carbamate in DMSO solution, which can be beneficial for
achieving easier regeneration.

Example 1.2

Reaction of Aminopropionitrile (APN) with CO, in

1,0

An approximately 15 wt % solution of aminopropionitrile
(APN, CNCH,CH,NH,) in D,O was treated with CO, at
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~10° C. as described in the General Procedure. At equilib-
rium, an ~58.4 mol % loading of CO, per APN molecule
(~40.0 mol % carbamate and ~18.4 mol % (bi)carbonate) was
achieved, corresponding to ~36.7 wt % loading based on the
weight of amine and an ~5.5 wt % loading based on the
combined weight of the amine and solvent. The '*C NMR
CO, resonances which were integrated to determine uptake
appeared at ~163.79 ppm (attributed to carbamate) and
~160.16 ppm (attributed to carbonate/bicarbonate in equilib-
rium).

The sample was then heated to ~30° C., ~50° C., ~70° C.,
and finally to ~90° C., under a continuous flow of CO, at
about 1 atm (partial pressure) as described in the General
Procedure. The equilibrium loadings for these temperatures
were ~51.3, ~31.8, ~20.8, and ~12.3 mol %, respectively.

A comparison of these results with Example 1, which
utilized a non-aqueous solvent, showed that the non-aqueous
CO, sorption process with a weak base gave an advantage
over the analogous aqueous process in the amount of captured
CO,. This observation can be explained by the lower affinity
of weakly basic amines (pKa<~8) to function as Bronsted
bases, i.e., to accept a proton and form carbamate and/or
(bi)carbonate in aqueous solution. These weakly basic
amines may, however, have a relatively large affinity to func-
tion as Lewis bases (nucleophiles) towards CO, under non-
aqueous conditions and can form either zwitterions or car-
bamic acids or their ionic pairs with higher total CO, loading
in the non-aqueous system.

The same procedure was carried out with about 10 wt %,
about 30 wt %, about 50 wt %, and about 70 wt % of APN in
D, 0O solution. A majority of the reaction products of APN and
CO, were detected in the carbamate form, while less than ~15
mol % of APN formed a bicarbonate with CO, (leading to
much lower total CO, uptake capacity per amine relative to
Example 1). In D,O solution, the total CO, loading did not
exceed ~0.54:1 CO,:amine at ~10-70 wt % concentrations of
APN in D,O. This demonstrated the CO, loading capacity
advantage of a non-aqueous solvent over a broad amine con-
centration range.

Example 2

Reaction of 2-ethoxyethylamine (2EEA) with CO, in
ds-DMSO

An approximately 15 wt % solution of 2EEA

(CH,CH,OCH,CH,NH,, pK, ~8.92) in d,-DMSO was
treated with CO, at about 30° C. as described in the General
Procedure. The '*C NMR CO, resonance which was inte-
grated to determine uptake appeared at ~158.84 ppm. At
equilibrium, ~91 mol % loading of CO, per amine group was
achieved, corresponding to ~45.0 wt % loading based on the
weight of amine and ~6.7 wt % loading based on the com-
bined weight of the amine and solvent.

The sample was then heated to about 50° C., about 70° C.,
and about 90° C., under a continuous 1 atm (partial pressure)
of CO, as described in the General Procedure. The equilib-
rium loadings for these temperatures are shown in Table 1
below.

The same procedure was carried out with about 10 wt %,
about 30 wt %, about 50 wt %, about 70 wt %, and about 90
wt % of 2EEA in d,-DMSO solution and using a neat 2EEA
sample at room temperature (~24° C.). At relatively low
amine concentrations (e.g., relatively higher concentrations
of'non-aqueous solvent), the indication was that a majority of
amine reacted with CO, forming carbamic acid species, with
only a small amount of carbamate detected. At relatively
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higher amine concentrations, the amount of the carbamate
species was indicated to increase with a consequential drop in
the carbamic acid yield. The monitoring results shown in F1G.
3 indicating the carbamic acid and carbamate species show
that carbamic acid was the dominant species at amine con-
centrations up to about 63 wt %, while the total CO, loading
capacity per amine+solvent (CO, loading per EEA at the
tested APN concentrations in DMSO) was ~17 wt % CO, at
~50 wt % of EEA in DMSO, ~22.7 wt % CO, at ~70 wt %
EEA in DMSO, and ~27.9 wt % of CO, at ~90 wt % EEA in
DMSO.

In neat 2EEA, about 18 mol % of the 2EEA formed car-
bamic acid products with a ~1:1 CO,:amine ratio (the other
~82 mol % of 2EE A amines formed carbamates) which led to
a CO, loading greaterthan 0.5:1 per amine. The results for the
neat dg-DMSO are summarized in Table 1.

The procedure was then repeated with analogous ~15 wt %
solutions of 2EEA in dg-toluene and sulfolane. FIG. 4 illus-
trates the reaction of the ~15 wt % 2EEA solutions with CO,
ata temperature of ~30° C. in DMSO, sulfolane, and toluene.
In all cases the equilibrium CO, to amine molar ratio was
greater than 0.5:1, with the greatest being ~0.85:1 in
dg-DMSO.

Desorption of CO, from the loaded sample was studied in
two ways, which are shown in FIG. 5: CO, desorption with
nitrogen purge (open circles), and by CO, thermal desorption
(open triangles). In the first case, the amine sample saturated
with CO, at~30° C. was desorbed by a N, purge (~10 cc/min)
for about 20 hours, then heated to ~50° C. for about 17 hours,
and to ~70° C. for about 1 hour, at which point all reaction
products were gone. Dropping the CO, partial pressure by
purging with nitrogen allowed for complete regeneration by
~70° C. In the second case, the amine sample saturated with
CO, at ~30° C. was regenerated by simple thermal desorption
in the absence of fresh CO,, without any purge gas, by main-
taining the solution at ~30° C. for about 1 month, at ~50° C.
for about 15 hours, at ~70° C. for about 9 hours, and at ~90°
C. for about 12 hours. The reaction products were stable at
room temperature (about 24° C.) but began to decompose at
~50° C. After ~90° C. regeneration, all CO, was completely
desorbed. FIG. 5 shows that ~49% of the CO, was removed
by thermal regeneration at ~70° C. in the presence of a finite
partial pressure of CO,.

Example 2.1
Reaction of 2EEA with CO, in H,O

An approximately 15 wt % solution of 2EEA
(CH,;CH,OCH,CH,NH,) in H,O was treated with CO, at
~10° C. as described in the General Procedure. At equilib-
rium, ~90 mol % loading of CO, per amine group (~15 mol %
carbamate and ~75 mol % (bi)carbonate) was achieved, cor-
responding to ~44.5 wt % loading based on the weight of
amine and ~6.7 wt % loading based on the combined weight
of the amine and solvent. The '*C NMR CO, resonances
which were integrated to determine uptake appeared at
~164.51 ppm (attributed to carbamate) and ~160.68 ppm
(attributed to carbonate/bicarbonate in equilibrium).

The sample was then heated to ~30° C., ~50° C., ~70° C.,
and ~90° C., under a continuous 1 atm (partial pressure) of
CO, as described in the General Procedure. The equilibrium
loadings at these temperatures are shown in Table 1. The total
CO, loading was similar in both solutions with a small advan-
tage for the DMSO solution at ambient temperature. How-
ever, different reaction products—carbamate and (bi)carbon-
ate in aqueous solution and carbamic acid pairs in non-
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aqueous solution—were believed to play a key role for CO,
desorption and amine regeneration.

The same procedure was carried out with about 10 wt %,
about 30 wt %, about 50 wt %, about 70 wt %, and about 90
wt % of 2EEA in D,O solution at room temperature (about
24° C.). At relatively low amine concentrations, a majority of
amines can react with CO, forming bicarbonate species with
a ~1:1 CO,:amine mole ratio, while only a small amount of
carbamate was detected. At relatively higher amine concen-
trations, bicarbonate yield dropped, giving rise to carbamate
species. The CO, loading in non-aqueous solution was simi-
lar to that in aqueous solution over the broad amine concen-
tration range, but the difference in reaction products (carbam-
ate and bicarbonate in aqueous solution, and carbamic acid
pairs in non-aqueous solution) was believed to play a key role
facilitating CO, desorption and amine regeneration.

The CO, desorption curves for the CO,-saturated sample
show that the solution was fully regenerated in non-aqueous
solution with nitrogen bubbling through the solution by ~70°
C. The residual loading after heating at ~50° C. for about 17
hours was ~13.5 mol % and was ~0.5 mol % residual loading
after about 1 hour at ~70° C. At nearly equal total CO,
loadings, the products of the non-aqueous reaction with CO,
were less stable than the aqueous reaction products, which
situation provides the substantial advantage of a smaller tem-
perature swing required for a similar CO, working capacity.
Thus, lower advantageous regeneration temperatures are pos-
sible in non-aqueous amine systems with both pure thermal
and partial pressure drop-assisted desorption processes.

TABLE 1

Summary of Non-Aqueous Amine CO, Absorption with 2EEA

Amine Conc.

Temp Total Loading
Solvent (Wt %) (°C) (mol %)
DMSO 15 30 85
de-DMSO 15 30 91
de-DMSO 15 50 60
dg-DMSO 15 70 58
de-DMSO 15 90 52
Sulfolane 15 30 60
dg-Toluene 15 30 60
neat 100 24 58
H,O 15 10 93
H,O 15 30 68
H,O 15 50 66
H,O0 15 70 54
H,O 15 90 44
Example 3

Reaction of 1,5-diamino-3-oxapentane (DAOP) with
CO, in d4-DMSO

A procedure similar to that described in Example 1 was
performed using an aqueous solution of a bifunctional ana-
logue of 2EEA, 1,5-diamino-3-oxapentane (DAOP,
NH,CH,CH,OCH,CH,NH,, pK_, ~9.07). At concentrations
higher than ~9.9 wt % in DMSO solution, DAOP molecules
appeared to form a very viscous gel (in some cases, a rigid
structure) during reaction with CO,. The observed polymer-
ization-like effect was presumably due to the difunctionality
of molecules and strong intermolecular interactions. Since
the detected CO, loading before gel formation (~56.8 mol %
per amine) was higher than the theoretical maximum for
ammonium carbamate products, such strong intermolecular
interactions implied formation of intermolecular zwitterion/
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carbamic acid ion H-bonded pairs (in both cases CO, loading
may exceed 50 mol %) and/or a large amount of carbamate
species. The proton NMR spectrum of DAOP under CO,
treatment showed two low-field peaks at ~9.77 and ~7.36
ppm, similar to what was observed with monofunctional
2EEA and APN molecules in all non-aqueous solvents,
implying a chemical similarity of CO, reaction products
between 2EEA and DAOP in non-aqueous solution.

Example 3.1

Reaction of 1,5-diamino-3-oxapentane (DAOP) with
CO,inD,0O

An approximately 14 wt % solution of DAOP in D,0,
containing a sealed ethylene-glycol filled capillary, was
treated with CO, at ~10° C. as described in the General
Procedure. The equilibrium loading was ~172 mol % at ~10°
C. and ~160 mol % at ~30° C. (~86 mol % and ~80 mol %,
respectively, of CO, per each amine of DAOP), similar to the
results for 2EEA in H,O.

Desorption of CO, from the loaded sample was studied by
purging N, gas through the CO,-saturated DAOP solution.
The amine sample saturated with CO, at ~30° C. was des-
orbed by a N, purge (~10 cc/min) while heating at ~50° C. for
about 3 hours, at ~70° C. for about 3 hours, and at ~90° C. for
about 14 hours. The remaining loading at ~90° C. after this
procedure was ~6.8 mol % amine. Thus, purging with nitro-
gen allows for nearly complete regeneration by ~90° C.

At nearly equal total CO, loading, the products of the
non-aqueous reaction were less stable than those for the aque-
ous reaction process, which gave a substantial advantage in
higher CO, working capacity with a smaller temperature dif-
ferential between the sorption and desorption. Advanta-
geously lower regeneration temperatures are thus possible in
non-aqueous amine systems with both pure thermal and par-
tial pressure drop-assisted desorption processes.

Example 4
Reaction of monoethanolamine (MEA) with CO, in
ds-DMSO
An approximately 15 wt % solution of MEA

(HOCH,CH,NH,, pK, ~9.44) in d ;-DMSO was treated with
CO, at ~30° C. as described in the General Procedure. At
equilibrium, ~66.8 mol % loading of CO, per amine group
was achieved, corresponding to a ~48.2 wt % loading based
on the weight of amine and a ~7.2 wt % loading based on the
combined weight of the amine and solvent, as shown in FIG.
6.1. The '*C NMR CO, resonance which was integrated to
determine uptake appeared at ~160.78 ppm. "H NMR on the
reacted solution shows two downfield peaks around 8.1 and
around 7.0 ppm. The position and integration of these 'H
peaks were close to those discussed in Examples 1, 2, and 3,
and suggest formation of similar carbamic acid/zwitterion
pairs as reaction products.

Example 4.1

Vapor-Liquid Equilibrium of MEA and CO, in
ds-DMSO

An approximately 24.8 wt % (~5 molar) solution of mono-
ethanolamine (MEA) in d,.-DMSO was heated to about 45° C.
and then treated with a continuous flow of ~1 vol % CO, in N,
atabout 1 atm (about 100 kPaa, or about 0 kPag) as described
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in the General Procedure. The solution was next treated with
~10vol % CO, in N, at about 1 atm (about 100 kPaa, or about
0 kPag), and finally ~100 vol % CO, at about 1 atm (partial
pressure). The equilibrium loading of CO, at these conditions
was ~46.2, ~67.8, and ~72.2 mol %, respectively and repre-
sented a MEA/CO, vapor-liquid equilibrium at ~10 mbar (~1
kPa), ~100 mbar (~10 kPa), and ~1 bar (~100 kPa) of CO,
(partial pressure) at about 45° C.

The same procedure was carried out with fresh ~5 molar
MEA in DMSO-d; solution at ~65° C. and ~90° C. The
monitoring results shown in FIG. 6.2 indicated not only a
relatively large CO, uptake capacity (~67.8 mol %) at
absorber conditions (~45° C., ~10 vol % CQO,), but also rela-
tively high CO, loading at relatively low CO, fugacity (~46.2
mol % at ~45° C., ~1 vol % CO,). These results confirmed
that a non-aqueous solution of MEA can effectively capture
more than 90% CO, from flue gas with high capacity. Based
on relatively high CO, loading at ~65° C. (FIG. 6.2), non-
aqueous amine solutions can also be used for CO, capture at
elevated temperatures (>60° C.), which decreases the hard-
ware and corresponding cost of flue gas cooling.

Example 4.2

Reaction of MEA with CO, in D,O

An approximately 15 wt % solution of MEA in D,0O was
treated with CO, at ~10° C. as described in the General
Procedure. At equilibrium, an ~85.7 mol % loading of CO,
per amine group (~15.9 mol % carbamate and ~69.8 mol %
bicarbonate) was achieved, corresponding to ~61.8 wt %
loading based on the weight of amine and ~9.3 wt % loading
based on the combined weight of the amine and solvent. '*C
NMR CO, resonances which were integrated to determine
uptake appeared at ~164.7 ppm (attributed to carbamate) and
~160.7 ppm (attributed to carbonate/bicarbonate in equilib-
rium).

The sample was then heated to ~30° C., ~50° C., ~70° C.,
and finally to ~90° C., under a continuous 1 atm (partial
pressure) of CO,, as described in the General Procedure. The
bicarbonate is typically unstable at elevated temperatures.
The total CO, loading in aqueous MEA solution can be con-
trolled by bicarbonate at low temperature and by carbamate at
high temperatures; with the formation of the carbamate prod-
uct (2:1 amine:CQO,), the capture ratio of the CO, tends to
become lower. At higher temperatures, the carbamate product
tends to be stable in the presence of CO, gas and tends to
decompose only slowly in the absence of a CO, partial pres-
sure.

Subsequently, the ~15 wt % MEA sample in aqueous solu-
tion was re-saturated with CO, at ~30° C., and desorption
properties were examined by purging N, through the solution
at different temperatures. Similarly to DAOP in aqueous solu-
tion, complete amine regeneration of aqueous MEA solution
is possible starting at ~90° C. by dropping the CO, partial
pressure.

Example 5

Reaction of 1,5-bis(methylamino)-3-oxapentane
(BMAP) with CO, in d;-DMSO

An  approximately 15 wt %  solution of
CH,NHCH,CH,OCH,CH,NHCH; (BMAP, pK_, ~9.87) in
ds-DMSO was treated with CO, at ~30° C. as described in the
General Procedure. At equilibrium, a ~74.0 mol % loading of
CO, per amine group was achieved, corresponding to ~50.1
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wt % loading based on the weight of amine and ~7.5 wt %
loading based on the combined weight of the amine and
solvent. The **C NMR CO, resonance which was integrated
to determine uptake appeared at ~158.58 ppm.

In contrast to previously discussed primary amines with
two protons on the amine nitrogen, BMAP has only one
—NH— proton, which can be transferred to other atoms. "H
NMR on the reacted solution showed one downfield peak at
~10.15 ppm, which was believed to correspond to the —OH
and —NH,*— groups of carbamic acid and carbamate in fast
equilibrium. The position and integration of this 'H peak was
close to those discussed in Examples 1 to 4, and thus sug-
gested formation of carbamic acid and carbamate in equilib-
rium.

After saturation at ~30° C., the sample was then heated to
~50° C., ~70° C., and ~90° C., under a continuous 1 atm of
CO, (partial pressure) as described in the General Procedure.
The equilibrium loadings for these temperatures were
approximately 56 mol %, ~40 mol %, and ~14 mol % (~74
mol % at ~30° C. equilibrium). This CO,/amine loading was
slightly lower than that for the primary amine 2EEA in the
same DMSO solvent but was still higher than theoretical
maximum for stable carbamate formation.

Desorption of the CO, from the loaded BMAP sample was
studied in two ways, and the results are shown in FI1G. 7: CO,
desorption with nitrogen purge (open circles); and CO, ther-
mal desorption (open triangles). In one case, the amine
sample saturated with CO, at ~30° C. was regenerated by
simple thermal desorption in the absence of fresh CO,, with-
out any purge gas, by maintaining the sample at ~30° C. until
equilibrium, then at ~50° C., at ~70° C., and at ~90° C. The
reaction products were stable at ambient temperature and
began to decompose at ~50° C. After ~90° C., regeneration of
CO, appeared to be complete. In the second case, the amine
sample saturated with CO, at ~30° C. was desorbed by a N,
purge (~10 cc/min) until equilibrium at ~30° C., then heated
to ~50° C., and then to ~70° C., at which point all reaction
products were gone. Dropping CO, partial pressure by purg-
ing with nitrogen allowed for complete amine regeneration
(CO, desorption) by ~70° C. Thermal regeneration was effec-
tive as well; residual CO, loading was less than 10% at ~70°
C. in the presence of a finite partial pressure of CO,.

Example 5.1
Reaction of BMAP with CO, in D,O

An approximately 15 wt % solution of BMAP in D,O was
treated with CO, at ~10° C. as described in the General
Procedure. At equilibrium, a ~97.6 mol % loading of CO, per
amine group (~1.9 mol % carbamate and ~95.6 mol % bicar-
bonate) was achieved, corresponding to ~66.1 wt % loading
based on the weight of amine and ~9.9 wt % loading based on
the combined weight of the CO,, amine, and solvent. '*C
NMR CO, resonances at ~30° C. which were integrated to
determine uptake appeared at ~164.1 ppm (attributed to car-
bamate) and 160.6 ppm (attributed to carbonate/bicarbonate
in equilibrium).

The sample was then heated to ~30° C., ~50° C., ~70° C.,
and ~90° C., under a continuous 1 atm of CO, (partial pres-
sure) as described in the General Procedure. The equilibrium
loadings for these temperatures were approximately 90 mol
%, ~72 mol %, ~55 mol %, and ~38 mol %.

The CO, uptake and regeneration curves for the BMAP in
ds-DMSO and D, O samples generated in Examples 5 and 5.1
are shown in FIGS. 7 and 8, respectively. Although the BMAP
CO,/amine loading in d;-DMSO was slightly lower than that



US 9,186,617 B2

27

for the BMAP CO,/amine loading in D,0O, the regeneration
energy requirements were also lower. All of the CO, can be
removed from BMAP/CO, in ds-DMSO at ~70° C. with a
nitrogen purge (bubbling for about 24 hours at ~30° C., heat-
ing at ~50° C. for about 4 hours, and heating at ~70° C. for
about 4 hours), whereas the residual CO, loading in BMAP/
CO, in D,0 at ~70° C. was about 24.3 mol % per amine (after
N, bubbling for about 14 hours at ~30° C., heating at ~50° C.
for about 3 hours, heating at ~70° C. for about 6 hours, and
heating at ~90° C. for about 12 hours). Chemisorbed CO, was
not completely removed from BMAP in the D,O sample after
about 12 hours of nitrogen purge at ~90° C. (residual CO,
loading 2.1 mol % per amine). This exemplifies a significant
advantage of a non-aqueous amine solution over an aqueous
solution for a more energy efficient CO, capture process,
based on a smaller temperature swing requirement for CO,
sorption/desorption.

For pure thermal desorption of CO, from the BMAP/CO,
in dg-DMSO sample in the absence of a purge gas, ~85% of
the CO, (~8.3 mol % per amine remaining loading) was
removed at ~70° C., and ~100% (~0 mol % remaining load-
ing) at ~90° C. (by heating at ~50° C. for about 15 hours,
heating at ~70° C. for about 5 hours, and heating at ~90° C. for
about 3 hours). The reaction products formed with BMAP/
CO, in D,O were much more stable than those formed in
ds-DMSO, and CO, thermal desorption was not efficient up
to ~70° C., where the BMAP/CO, sample began to release
CO,. The residual CO, loading in the D,O BMAP/CO,
sample at ~90° C. was still ~54 mol % per amine, whereas
CO, was completely released from BMAP/CO, ind,-DMSO
by ~90° C.

Example 6

Reaction of a reduced-primary-amine PEI with CO,
in dg-DMSO

A reaction between a pre-mixed solution of polyethylene-
imine (PEI) having an M, of about 600 g/mol (commercially
available from Aldrich Chemical of Milwaukee, Wis.) and
about 7 equivalents of 1,2-monoepoxyhexane (MEH) was
conducted at about 70° C. according to the reaction scheme in
FIG. 9 to form a partially epoxylated PEI sorbent material,
which was confirmed using **C NMR. In the product PEI, a
portion of the primary and secondary amine groups reacted
with the MEH (for primary amines, either with one or two
equivalents) to form new secondary and tertiary amines. FIG.
9 is a generalized representation of the possible types of
amine groups present in the PEI before and after epoxylation.
The amine distribution of the PEI in solution was ~5.6:~5.0:
~3.4 primary:secondary:tertiary amines; after reaction with
MEH, the amine type distribution was ~1.6:~6.0:~6.4.

The epoxylated PEI was dissolved in d;-DMSO in an ~8
inch, ~10 mm NMR tube to make approximately a 10 wt %
solution. The solution was exposed to a CO, purge (~100 kPa
partial pressure at ~10 cc/min, measured by a Brooks 5896
flow controller) via a plastic capillary dip tube at about 24° C.
inside a ~10 mm wide-bore Bruker Avance 400 MHz NMR
spectrometer with a BBO probe. The *H and '*C NMR spec-
tra were monitored until no further CO, uptake (as evidenced
by a broad —N—C(O,)— **C NMR carbony] resonance at
~159 ppm and a smaller, sharp resonance at ~124-125 ppm,
attributed to physisorbed CO,) was observed. The polymer
solution remained clear and fully soluble even at substantially
complete CO, saturation, and it was possible to reverse CO,
uptake by bubbling N, through the solution; in contrast, a
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similar comparative CO, uptake experiment using the nonep-
oxylated starting PEI produced an agglomerated gel.

Integrating the carbonyl peaks versus the total aliphatic
(polymer) integral (mmol CO, per mmol relevant amine(s))
yielded calculated loadings of ~20.7 weight % chemisorbed
CO, (corresponding to an ~83% molar loading of CO, per
primary+secondary amine groups) and ~5.6 weight % phys-
isorbed CO,. Without being bound by theory, the unexpected
observation of CO, physisorption in this Example can poten-
tially be explained by the two secondary hydroxyl groups
attached to the beta carbons from each now-tertiary diepoxy-
lated amine group facilitating the physisorption of CO,
through an unknown mechanism, possibly hydrogen-bond-
ing.

In a similar manner, a PEI having an M,, of about 600 g/mol
(commercially available from Aldrich Chemical of Milwau-
kee, Wis.) was reacted with about 6 equivalents of MEH
(added dropwise) at ~50° C. to form a partially epoxylated
polymer with an amine distribution of ~2.5:~5.7:~5.8 prima-
ry:secondary:tertiary. This polymer, when similarly treated
with CO, at ~30° C. as a ~15 wt % solution in d,-DMSO,
showed a chemisorptive CO, uptake of ~19.7 wt % (corre-
sponding to a ~61% molar loading of CO, per primary+
secondary amine groups) plus an additional ~2.1 wt % phy-
sisorbed CO,.

Also in a similar manner, a PE] having an M, of about 600
g/mol (commercially available from Aldrich Chemical of
Milwaukee, Wis.) was reacted with about 6 equivalents of
MEH (added dropwise) at ~90° C. to form a partially epoxy-
lated polymer with an amine distribution of ~2.3:~5.8:~5.9
primary:secondary:tertiary. This polymer, when similarly
treated with CO, at ~30° C. as a ~15 wt % solution in
ds-DMSO, showed a chemisorptive CO, uptake of ~17.5 wt
% (corresponding to a ~60% molar loading of CO, per pri-
mary+secondary amine groups) plus an additional ~5.4 wt %
physisorbed CO,. When treated with CO, at ~50° C., the
polymer showed only a chemisorptive CO, uptake of ~12.9
wt % (corresponding to a ~44% molar loading of CO, per
primary+secondary amine groups).

The following Examples 7-10 demonstrate the epoxidation
of the difunctional amines of Examples 3 and 5 (rather than
PEI as in Example 6) using additional epoxides, having vary-
ing structures and varying selectivities in their reaction with
amines, to control the generation of secondary versus tertiary
amines and sites with one versus two epoxy-derived substi-
tutents. These selectively epoxylated amine products also
react with CO, in DMSO solution. An example of these
additional modification techniques to PEl is given in Example
11.

Example 7

Modification of DAOP with MEH and reaction of
product with CO, d,-DMSO

1,5-diamino-3-oxapentane (DAOP, the amine of Example
3) was reacted as an approximately 10 wt % solution in
ds-DMSO with slightly over 4 equivalents of MEH at ~90° C.
for ~30 days, to form a fully epoxylated product with two
MEH units attached to each amine group. The *C NMR
resonances attributed to the MEH-derived carbons attached to
the N and O atoms showed splitting indicative of different
diastereomeric or regioisomeric structures (in addition to
possible regioisomers formed from nucleophilic N attack at
the secondary versus primary epoxy carbons of MEH, more
likely diastereomeric structures may result from neighboring
different enantiomeric configurations of —NCH,CH(OH)—
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substituents on the same N atom). The solution containing
this product was then treated with CO, at ~30° C., as previ-
ously described, for about 7 hours. In contrast to Example 3,
no chemisorption of CO, was observed; however, in a similar
manner to Example 6, physisorbed CO,, (**C NMR resonance
at ~124-125 ppm) was present at a loading of ~0.72 mol CO,
per molecule of epoxylated product.

In a similar manner, DAOP (~0.26 g, ~2.5 mmol) was
reacted with approximately 2 equivalents of MEH (~0.48 g,
~4.8 mmol) in ~6.58 g dg-DMSO in a~10 mm NMR tube (10
wt % solution) at ~75° C. for about 6 days. Periodically, the
tube was cooled to room temperature and an aliquot was
removed for 1*C NMR analysis (and then returned to the
tube). *C NMR of the sample distinguished between unre-
acted, monoepoxylated, and diepoxylated amine groups but
not between entire 2,2'-oxybis(ethylamine) molecules with 0,
1, 2, 3, or 4 epoxide substituents. The distribution of amine
sites in the sample by >*C NMR on Day 5 was as follows:
~28% primary, ~56% monoepoxylated (secondary), and
~16% diepoxylated (tertiary). The ratio of primary amine
monoepoxylation to diepoxylation products was approxi-
mately 78:22. Relevant product *C NMR assignments
(ppm): ~72.77 (3 peaks, unreacted amine —OCH,CH,NH,),
~70.04 (2 peaks, monoepoxylated amine —O
CH,CH,NH—), ~69.13 (monoepoxylated ~ amine
—NHCH,C(OH)—), ~68.78 (2 peaks, diepoxylated amine
—OCH,CH,N<), ~68.31 and ~67.53 (diepoxylated amine
—NCH,C(OH)— diastereomers), ~62.66 and ~61.87 (diep-
oxylated amine —NCH,C(OH)— diastereomers), ~55.85
(monoepoxylated amine —NHCH,C(OH)—), ~54.52 (br,
diepoxylated amine —OCH,CH,N<), ~48.92 (2 peaks,
monoepoxylated amine —OCH,CH,NH—), ~4133 (2
peaks, unreacted amine —OCH,CH,NH,), ~34.86 (monoe-
poxy —C(OH)CH,Pr), ~34.37 (2 peaks, diepoxy —C(OH)
CH,Pr), ~27.53 (2 peaks, all epoxy —CH,CH,CHj;), ~22.33
(2 peaks, all epoxy —CH,CHj;), and ~13.98 (all epoxy —
CH,).

Example 8

Selective modification of DAOP with cyclohexene
oxide and reaction of all-secondary-amine product
with CO, in dg-DMSO

A procedure identical to that described in Example 7 was
carried out using ~261.5 mg (~2.5 mmol) 2,2'-oxybis(ethy-
lamine), ~491.2 mg (~0.5 mmol) cyclohexene oxide (1,2-
epoxycyclohexane), and ~6.7 g d,-DMSO. After about 3 days
at ~75° C., roughly quantitative formation of a singly epoxy-
lated product was observed (one cyclohexene oxide addition
per amine) with the '*C NMR spectrum information given
below. An additional ~6 equivalents of cyclohexene oxide
were added (~1.5 g, ~15.3 mmol), and the solution was heated
at ~75° C. for an additional ~7 days, then at ~90° C. for an
additional ~4 days, and then at ~110° C. for an additional ~2
days to give a deep red solution. No formation of diepoxy-
lated products was observed in the product. Relevant product
13C NMR assignments (ppm): ~72.84 (very small, residual
amine —OCH,CH,NH,), ~72.67 (2 peaks, cyclohexyl —NH
CH—), ~70.30 and ~70.23 (amine —OCH,CH,NH—),
~63.03 (cyclohexyl —CH(OH)—), ~51.26 (unreacted cyclo-
hexene oxide —CH(O)—), ~46.05 (2 peaks, amine —OCH,
CH,NH—), ~41.42 (very small, residual amine —OCH,
CH,NH,), ~33.99, ~29.94, ~24.30, and ~24.19 (cyclohexyl
ring—CH,—), and ~24.00 and ~19.09 (unreacted cyclohex-
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ene oxide ring —CH,—). The amount of unreacted 2,2'-
oxybis(ethylamine) —NH, groups was estimated to be
=~3%.

A portion of this product solution (removed prior to heating
at~90° C.) was treated to a CO, purge at room temperature for
approximately 24 hours. The resultant **C NMR spectrum
showed partial chemisorption of CO, (at ~159 ppm) and
partial physisorption of CO, (at ~124-125 ppm). New struc-
tural peaks attributed to the epoxylated diamine-CO, product
appeared at (ppm): ~69.39 (amine —OCH,— and/or cyclo-
hexyl —NCH<), ~62.22 (cyclohexyl —CH(OH)—), ~43.21
(amine —CH,NH—), and ~35.53 and ~25.61 (cyclohexyl
ring —CH,—).

As further proof of the selectivity of cyclohexene oxide for
not producing diepoxylated tertiary amine structures, the sec-
ondary diamine of Example 5 (BMAP, ~0.354 g, ~2.67
mmol) was reacted with about 6 equivalents of cyclohexene
oxide (~1.84 g, ~18.8 mmol) in ~16.3 g of d;.-DMSO at ~75°
C. for about 5.5 hours; no reaction was observed. Only after
raising the temperature to ~110° C. for an additional ~21.5
hours, did '*C NMR analysis indicate even partial formation
of an epoxylated product, with epoxylated amine groups
present as less than ~13 mol % of the total.

Example 9

Selective modification of DAOP with
1,2-epoxy-2-methylbutane

A procedure similar to that described in Example 7 was
performed using ~0.28 g (~2.7 mmol) DAOP, ~0.47 g (~5.4
mmol) 1,2-epoxy-2-methylbutane, and ~6.75 g d,-DMSO.
After heating for ~2 days at ~75° C., about 30% of the amine
sites had been selectively monoepoxylated according to 1*C
NMR (detailed hereinbelow). The sample was heated for an
additional ~2 days at ~75° C. (~71% monoepoxylation);
minor byproducts assignable to at least two separate species
were observed beginning at about Day 3. After an interim ~5
day storage period at room temperature (~20-25° C.), the tube
was again heated to ~75° C. for an additional ~7 days. Unre-
acted amine and unreacted epoxide were still observed in the
mixture. Relevant Day 2 *C NMR assignments (ppm):
~72.93 (unreacted amine —OCH,—), ~71.03 (epoxylated
product quaternary carbon), ~70.43 (epoxylated product
amine —OCH,—), ~69.91 (unidentified CH,, does not scale
with product), ~58.90 (epoxylated product butyl —N
CH,C<), ~57.04 (unreacted epoxide quaternary carbon),
~52.29 (unreacted epoxide —CH,(O)—), ~49.62 (epoxy-
lated product amine —CH,N<), ~41.44 (unreacted amine —
CH,N<), ~32.34 (epoxylated product —CH,CH,), ~28.91
(unreacted epoxide —CH,CHs;), ~24.68 (epoxylated product
—CCH,), ~20.33 (unreacted epoxide —CCH;), ~9.01 (unre-
acted epoxide —CH,CHj;), and ~8.11 (epoxylated product
—CH,CH,).

A similar procedure was carried out using about 6, rather
than about 2, equivalents of 1,2-epoxy-2-methylbutane. After
~3 days at ~75° C., the 1*C NMR spectrum showed selective
formation of the monoepoxylated product described above.
However, the abovementioned byproducts and unreacted
2,2'-oxybis(ethylamine) were still observed.

Example 10
Aselective modification of DAOP with styrene oxide

A procedure similar to that described in Example 7 was
carried out using ~0.254 g (~2.44 mmol) DAOP, ~0.574 ¢
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(~4.78 mmol) styrene oxide, and ~7.40 g d,.-DMSO. After ~5
days stirring at ~75° C., the '*C NMR/DEPT-135 spectra
showed four major types of aromatic quaternary carbon in the
~145-140 ppm region, indicating aselective product forma-
tion. The mixture was heated at ~75° C. for an additional ~2
days, but no change in the '*C NMR spectrum was observed.

Example 11

Reaction of reduced-primary-amine PEIs with CO,
in dg-DMSO

The PEI of Example 6 (~1.0 g) was reacted with cyclohex-
ene oxide (~0.93 g ~9.4 mmol) in a Schlenk tube in
ds-DMSO (~10.9 g) at ~75° C. for ~3 days, after which the
solution was observed to be brown with some solids. The
temperature was raised to ~100° C. for an additional ~16
hours. A portion of the sample was removed and treated with
vacuum to remove unreacted cyclohexene oxide. The
vacuum-treated product was then re-dissolved in DMSO at
~15 wt % concentration (some suspended solids were again
observed); 1>*C NMR analysis indicated that only a portion of
the primary amines had been monoepoxylated. The remain-
der of the sample was heated at ~100° C. for an additional
~8.5 days, after which **C NMR analysis showed substan-
tially all cyclohexene oxide had reacted, although some pri-
mary amine groups were still present.

Subsequently, a similar procedure was carried out using
~1.0 g of the PEI of Example 6, ~1.75 g (~17.9 mmol)
cyclohexene oxide, and ~9.92 g d;; DMSO at ~75° C. for ~3
days (after which the solution was observed to be dark brown
with increased solids), then at ~100° C. for ~16 more hours.
A portion of the sample was removed and treated with
vacuum to remove unreacted cyclohexene oxide. The
vacuum-treated product was then re-dissolved in DMSO at
~15 wt % concentration (some suspended solids were again
observed). 1*C NMR analysis indicated that substantially all
of the primary amines and a portion of the secondary amines
had been monoepoxylated.

While the present invention has been described and illus-
trated by reference to particular embodiments, those of ordi-
nary skill in the art will appreciate that the invention lends
itself to variations not necessarily illustrated herein. For this
reason, then, reference should be made solely to the appended
claims for purposes of determining the true scope of the
present invention.

What is claimed is:

1. A method of separating CO, from a mixed gas stream in
a continuous cyclic sorption-desorption process which com-
prises:

a) contacting the gas stream with a circulating stream of a
non-aqueous, liquid sorbent medium comprising an ali-
phatic amine in a gas/liquid sorption zone under condi-
tions, including a sorption temperature, to form a rich
solution of CO, sorbed in the liquid sorbent medium;

b) passing the rich solution of CO, sorbed in the liquid
sorbent medium to a desorption/regeneration zone in
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which CO, is desorbed from the rich solution in the
liquid sorbent medium under conditions required for
desorption of the CO,, including a desorption tempera-
ture, to form CO, as an effluent and a lean, regenerated
sorbent medium having a reduced CO, concentration;
and

¢) passing the resulting regenerated lean sorbent medium

with reduced CO, concentration to the sorption zone;

wherein the aliphatic amine comprises a polyalkylene-
amine oligomer containing one or more secondary
amines, one or more primary amines, and optionally
one or more tertiary amines, which oligomer has
optionally been chemically treated to eliminate or
reduce the number of primary amines, and which
oligomer has a CO, adsorption efficiency of at least
0.5:1 moles CO,/moles of primary plus secondary
amine.

2. The method of claim 1, wherein the liquid sorbent
medium comprises a solution of the aliphatic primary amine,
aliphatic secondary amine, or mixture thereof, in a non-aque-
ous aprotic liquid.

3. The method of claim 2, wherein the non-aqueous aprotic
liquid is polar and has a dipole moment (D) of at least 3.

4. The method of claim 3, wherein the non-aqueous aprotic
liquid comprises sulfolane.

5. The method of claim 3, wherein the nonaqueous aprotic
liquid comprises dimethylsulfoxide.

6. The method of claim 3, wherein the aliphatic amine is
present in the non-aqueous aprotic solvent in a concentration
from about 10 weight percent to about 60 weight percent.

7. The method of claim 3, wherein the aliphatic amine is
present in the non-aqueous aprotic solvent in a concentration
from about 15 weight percent to about 50 weight percent.

8. The method of claim 1, wherein the CO, is desorbed by
stripping with a gas.

9. The method of claim 8, wherein the CO, is desorbed by
stripping at a desorption temperature not more than 30° C.
higher than the sorption temperature.

10. The method of claim 9, wherein the CO, is desorbed by
stripping at a desorption temperature of not more than 100° C.

11. The method of claim 8, wherein the CO, is desorbed by
stripping with a stream of CO, at a desorption temperature
higher than the sorption temperature.

12. The method of claim 9, wherein the CO, is desorbed by
stripping with a stream of CO, at a desorption temperature of
at least 100° C.

13. The method of claim 1, wherein the CO, is desorbed by
increasing a temperature of the liquid absorbent containing
the sorbed CO,.

14. The method of claim 11, wherein the CO, is desorbed
by increasing a temperature of the liquid absorbent contain-
ing the sorbed CO, to a temperature not more than 100° C.

15. The method of claim 1, wherein a molar ratio of sorbed
CO, to amine in the rich solution is at least 0.5:1.

16. The method of claim 15, wherein the molar ratio of
sorbed CO, to amine in the rich solution is at least 0.7:1.
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